
The present invention relates to engineered structured
adsorbent contactors for use in pressure swing
adsorption and thermal swing adsorption processes.
Preferably, the contactors contain engineered and
substantially parallel 



flow channels wherein 20 volume percent or less of the
open pore volume of the contactor, excluding the flow
channels, is in the mesopore and macropore range. 


