
PROCESS FOR THE PRODUCTION OF A TRANSPARENT FLAT FILM FROM THERMOPLASTIC
POLYURETHANE AND USE THEREOF ABSTRACT OF THE DISCLOSURE The present
invention provides a process for the production of a transparent flat film
from thermoplastic polyurethane (TPU) by introduction of the thermoplastic
polyurethane between sheets of a higher-melting material. The transparent
flat film may find use in optical applications.   


