
Improved  compositions  are  provided  which  comprise  a poly(phenylene
ether) resin, a poly(arylene sulfide) resin, a polyester resin, and a
compatibilizer compound. The compositions can further comprise
functionalizing agents, impact modifiers, flame retardants, and reinforcing
fillers to provide compositions that exhibit improved tensile strength and
elongation characteristics. Articles molded from these compositions are
useful in the electrical connector industry.    


