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preparing the coating slurry of the first ceramic coating layer

A/

selecting the first polymer and the second polymer, and mixing and dissolving the first
polymer and the second polymer in the solvent to obtain the premixed slurry A

v
screening the first ceramic particle and the second ceramic particle, and adding two types of the ceramic
particles of different particle sizes to the premixed slurry A and mixing, so as to obtain the high-
polymer-layer coating slurry

v

coating the first-ceramic-layer coating slurry on one side or two sides of the base film to
obtain the separator base material

\ 4

coating the high-polymer-layer coating slurry on the separator base material to obtain the
battery separator

FIG. 3

selecting the first polymer and the second polymer, and mixing and dissolving the first
polymer and the second polymer in the solvent to obtain the premixed slurry A

!

screening the first ceramic particle and the second ceramic particle, adding two types of the
ceramic particles of different particle sizes simultaneously or successively to the premixed
slurry A and mixing, so as to obtain the high-polymer-layer coating slurry

Y

coating the high-polymer-layer coating slurry on one side or two sides of the base film,
so as to obtain the battery separator after curing

FIG. 4
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