
A method of making a thermoplastic composition
comprises melt mixing a concentrate comprising a first
thermoplastic, a second thermoplastic and an additive
with a component selected from the group consisting of
a third thermoplastic, fire retardant additive,
reinforcing agent, electrically conductive filler,
non-electrically conductive filler and combinations of
two or more of the foregoing. 


