
The present invention relates to a lapping oil composition which is
advantageously used in finish-grinding of a material to provide a
high-quality grinding surface,  without selective grinding, which is
generally caused during lapping and polishing  processes of the composite
material. The lapping oil composition contains at least one  acetylene
glycol compound and preferably further contains at least one at least one
phosphoric ester compound.    


