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BACKGROUND OF THE INVENTION 

The present invention relates to the field of oxidation catalysts and catalysis. 
15 More particularly, the invention relates to the field of catalysts useful for the 

oxidation of olefins, in particular, the enantioselective oxidation of ole:fins. 
Selectivity in reactions, including chemoselectivity, regioselectivity, and 

stereoselectivity, is of paramount significance both in chemistry and in biology. 
Selection in reactions among or between different functional groups, such as 

20 alcohols, ketones~ aldehydes, carboxylic acids and others is referred to as 
chemoselectivity. Regioselectivity refers to the selection of one orientation, or 

·. regioisomer, over any other that could be created or destroyed in a substrate altered 
by the reaction~ Stereoselectivity encompasses the concepts of diastereoselectivity 
(selection among· diastereomers, two chemicals that have the same connectivity that 

25 are nonsuperimposable nonminor images) and enantioselectivity (selection between 
two possible entantiomers, two chemicals that have the same connectivity that are 
nonsuperimposable mirror images). For example, in· the production of various 
phamiaceuticals, it has been learned, often with disastrous consequences~~tbat one 
enantiomer has beneficial properties while the other enantiomer is harmful. To 
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attain the desired degree and type of selectivity, chemists employ an array of · 

reag":llts that incorporate almost the entire periodic table; elements are collected 

from every accessible enviro:nmtmt. Methods of using chiral transition metal 

catalysts for enantioselectively epoxidizing a prochiral olefin and enantioselectively 

5 oxidizing a prochiral sulfide are disclosed in Jacobsen et al., U.S. Patent No. · · 

5,637,739. 

In contrast, Nature uses the relatively. small number of elements available in . · 

each local environment and uses these within the limitations of solvent availability 

and temperature accessibility to practice the elaborate chemistry of life. Nature 

10 succeeds with its selectivity objectives by accomplishing a reagent design and a 

systems interconnectedness that appear boundless in sophistication; and through this 

design complexity, Nature is able to use a small group of elements in a much wider 

range of structural and functional roles than chemists have achieved for the same. In 

this strategic difference lies a root cause of much of the environmental damage 

15 attributable to chemistry, certainly to technological chemistry practiced without 

appropriate understanding or due care. By employing a diversity of elements to 

attain selectivity, chemists are able to function within a comparatively simplistic· 

design constellation. In the process, living things are confronted with elements that 

are unfamiliar and, consequently, often toxic. The preferred reagents that expand the 

20 range of reactivity of low toxicity trransition elements, e.g. manganese and iron, can 

lead to processes that are environmentally more desirable than currently exist. 

Efforts toward the design of oxidatively robust chelating ligands to support 

peroxide-activating catalysts of manganese and iron have been reported in T. J. 

Collins, Accounts o/Chemical Research 21, 279-285 (1994); and in F. C. Anson, et 

25 al., J. Am. Chem. Soc. 106, 4460-4472 (1984). A particularly robust tetradentate 

ligand is disclosed in co;.pending United States Patent Application, Serial No. 

08/681,237 ofT. Collins et al. for "Long-Lived Homogenous Oxidation Catalysts", 

which is hereby incorporated herein by reference. The development of the first 

stable manganyls, i.e., Mn v -oxo complexes, were reported in T. J. Collins, S. W. 

30 Gordon-Wylie, J. Am. Chem. Soc. 111, 4511-13 (1989) and in T. J. Collins, R. D. 

11 
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:Powell, C. SlebodnickiE. S. Uffelman, J. Am. Chem. Soc. 112, 899-901 (1990); the 
complex described in the' latter article is also stable in aqlieous environments. While 
·the macrocyclic tetraamide ligands·describecl in the aforementioned,. 1989. and 1990 
· Collins et al. J. Am. Chem. Society articles are stable when coordinated to oxidizing 

S metal ions, these ligand-metal complexes and their analogues are not highly reactive . 
oxygen atom transfer agents. This contrasts with systems employing dianionic 
porphyrin and salen tetradentate ligands; where Mn v and.MnJV -oxo complexes are 
the purported reactive intermediates in a variety of 0-atom transfer processes. See, 
E. Srinivasan, P. Michaud,J. K. Kochi;J. Am. Chem. Soc. 108, 2309-2320(1986); 

10 J. T. Groves, M. K. Stern, J. Am. Chem. Soc.110, 8628-8638 (1988); W. Zhang, J. 
L. Loebach, S. R. Wilson, E. N. Jacobsen, J. Am. Chem. Soc. 112, 2801-2803 
(1990). 

BRIEF SUMMARY OF THE INVENTION 
1 S It is believed that the muted reactivity of the prior tetraamide Mn v -oxo 

complexes results from the higher negative charge and a-donor capacities of the 
tetraamide ligands vis-a-vis the porphyrin or salen ligands. The present invention 
uses a new oxidatively and hydrolytically robust transition metal complex, 
containing metals such as iron or manganese, where in its active form the oxo ligand 

20 species is reactive in 0-atom transfer reactions to organic nucleophiles. 
Significantly, the system of the present invention also employs a second reaction to 
increase the electrophilicity of the oxo ligand. Attachment of Lewis acidic species 
usually in the form of positively-charged ions in the immediate vicinity of the metal­
oxo moiety of a modified tetradentate ligand delivers the targeted increase in 0-

25 electrophilicity and thereby results in effective metallo 0-atom. transfer agents, as 
shown schematically in Figure I for one embodiment of the catalyst. 

The present invention provides a method of transferring oxygen to at least 
one oxidi7able site in a target compound having a plurality of oxidizable sites or of 
transfening oxygen to an oxidizable site of a pro~hiral species. Oxidizable, as used · 

30 herein, refers to any site that will accept an oxygen atom, such as, an olefin or an 
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· · alkyllyf Site, pt th&t is ~bject to another form ofoxidation produced by the oxidizing 

. catalyst systems presented hereine. The case of compounds with a plurality of 
' • . • ,. ... ! • 

··· oxidi7Jible ~~s ;will ~e explained in detaiL Oxidation of procbiral species to · · 

: produc~.·chiral eomp~unds proceeds similarly except that only one oxidimble site 

S . need' be j>reseµt and the catalyst system must be one that Possesses' chirality ~ The 

.· method comprises addfug to a solution containing a target compound having a 

plUrality of oxidizable sites therein, a source of oxygen atoms, a somce of a Lewis 

acid species, most commonly a cationic species, and, a catalyst having the structure 

10 or wherein: 

Z is N or 0 and at least one and preferably four Zs are N species; 

MO is a transition metal -oxo species ; 

··· Cha is selected from the group consisting of pyridine, pyrimidine, 

pyrazine, dicyano-pyrazirie, mono- or di-, tri- or tetra- substituted benzene, 

15 benzimidazole, benzoquinone, di-imino-substituted benzene, indole, 

substituted crown derivatives, cryptand ligands, EDTA derivatives; five 

membered rings and five membered ring derivatives, porphyrin derivatives, 

metallated pthalocyanine based systems, bipyridyl-based systems, 

phenantbroline based systems and salen based systems; 

II 
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Ch2 and Ch3 each ~present a unit joining the adjacent Z atoms 
comprised of 

or 

wherein Rb ~' R3, and It., pairwise and cumulatively, are the same or 
s different and each is selected from the group consisting of hydrogen, alkyl, 

aryl, alkenyl, alkynyl, alkylaryl, cycloalk:yl, cycloalkenyl, alkoxy, phenoxy, 
halogen, fluoroalkyl, perfluoroalkyl, fluoroalkenyl, perfluoroalkenyl, CI\CF3 
and CF3, or Ri, RJ, R3 and It. together form a substituted or an unsubstituted 
benzene ring, or the paired R substituents of the R1, ~or the RJ, R. pairs 

10 together form a cycloalkyl or a cycloalkenyl ring; and, 

Cb.J is a unit joining the adjacent Z atoms selected from the group 
consisting of 

and 

wherein Rs, ~' are the same or different linked or nonlinked and are 
15 each comprised of hydrogen, ketones, aldehydes, carboxylic acids, esters, 

ethers, amines,· imines, amides, nitro, sulphonyls, sulfates, phosphoryls, 
~ 

phosphates, silyl, siloxanes, alkyl, aryl, alkenyl, alkynyl, alk:ylaryl, 
cycloalkyl, cycloalkenyl, alkoxy, phenoxy, halo, CI\CF3 or CF3 , or the 
paired R substituents of the Rs,~ pair together form· a cycloalkyl or a 

20 cycloalkenyl ring; 

and allowing the oxidation reaction to proceed for a period of time 
sufficient to oxidize the desired oxidizable site in the target compound .. 

Those skilled in the art will recognize that.Lewis acids include 
cationic,-neutral and anionic species. The use of the term cation-catalyst 

i 
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complex as used herein is intended. to encompass the use of all such species 

as the entity that binds to the catalyst and changes its activity and is not 

limited to cations. 

The metal ions are any Lewis acid species, such as protons, alkali, 

S alkaline earth, rare earth, transition metal or main group metal ions. 

In a preferred method for using the catalyst described above, the 

plurality of oxidizable sites in the target compound differ from each other.in 

relative reactivity and the cation added to the solution is selected to 

selectively activate the catalyst to oxidize one oxidizable site of the tal'.get 

10 compound. The method of the invention therefore includes the steps·of 

identifying a series of oxidizable sites on the target compound,· each 

oxidizable site in the series having sequential reactivities ranging 

sequentially from ~beginning oxidizable site having the highest relative 

reactivity of the series of oxidizable sites to an ending oxidizable site having 

1 S the IOwest relative reactivity ofthe oxidizable sites in the series of sites, 

adding to the solution aflrst cation for activating the catalyst to form a first 

cation-catalyst complex having a first reactivity level sufficient to oxidize a 

desired first oxidizable site, such that a second oxidizable site in the series of 

oxidizable sites then has the highest relative reactivity of the oxidimble sites 

20 remaining in the series ofsites of the target compound. Following the 

oxi~tion of each available beginning oxidiZable site, the first cation is 

optionally removed from the solution. Thereafter, a second cation for 

activating· the catalyst to form a second cation-catalyst complex is added to 

the solution, the second cation-catalyst compleX having a reactivity level 

25 sufficient to oxidize the second oxidizable site on the target compound, and 

the oxidation reaction proceeds for a period of time sufficient to permit the 

oxidation of each second oxidizable site on the target compound such that 

the next oxidizable site in the series of oxidizable sites on the target 
. . 

compound has the highest relative reactivity of the oxidizable sites remaining 

30 in the series of sites. Following the oxidation, the second cation is 

11 I u 
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optionally removed;froin the solution. The foregoing steps are repeated by 
adding cations to the solution, allowing the oxidation to ;proceed and 

optionally removing the cation from the solution, each successive cation 
added to the solution forming a cation-catalyst complex having a 

5 progressively higher reactivity to effect the sequential oxidation of the 
oxidizable sites in the series of oxidizable sites until each ending oxidimble 
site is oxidized. Where the cations form strong bonds with the secondary site 
or sites of the catalyst, removal of the cation and the cation-catalyst complex 
will not be required. In addition, if removal of the cation is not necessary to 

10 permit subsequent added cations to activate the catalyst, cation removal will· 
not be necessary. 

The method may further include the enantioselective oxidation of at 
least one prochiral oxidiable site on a target compound such targete<l 

compounds may have only one oXidizable site. The catalyst or cation-
15 catalyst complex used in the enantioselective oxidation includes substituents 

for making the complex asymmetric such that when reacting with the 
prochiral oxidizable site of the target compound, the cation-eatalyst complex 
favors the fonnation of one enantiomer over the other or in cases where the 
substrate already possesses chirality favors a selection among diastereomeric 

20 alternatives. The method may alternatively function in kinetic resolution 
applications in which one enantiomer of a pair in a mixture is selectively 
winnowed.from that mixture.g23 

BRIEF DESCRIPTION OF THE DRAWINGS 
25 The present invention can be better understood by reference to the figures 

which include the titles "compound l" and [LMn v =Oras interchangeable terms for 
the preferred embodiment of Figure 1. 

FIG. 1 is a schematic representation of the catalytic cycle that the switched 
oxidations of the present invention are believed to follow. 

i 
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FIG •. 2 is a molecular structure of. the compo'-1d 1: an ORTEP drawing with 
. . :· ' '•· . ·: ,·, , .. 

nonbydrogen atoms drawn to encompass 50% of electron.density wherein the Mn 

atom lies 0.579A above the plane ~wards. the oxo .~and the coordinated oxygen 

is positione~ symmetrically .above. the. man.g~e .. ·· ~lected bond lengths [A]: Mn-

5 0(1), 1.S49(3); Mn-N(l}, 1.884(4)~ Mn-,N(2), 1.87~(3); Mn-N(3), 1.881(3); Mn-
. . . . •.: . . . : '.. .. . . .·. : . ~ ·. . . . 

N(4), 1.885(3). 

. FIGS. 3A and 3B illustrate, in A) the UVNis spectra of compound 1 (9.71 x 
. . . . . . . . . . 

. 10-s M, 3 mL sample size) wherein aliquots ofLi(OS~CF3) in acetQnitrile were 

added (0.06 µmol in 2 µL in initial. additions); and in B) the mole ratio plot corrected 

.· O fol'. dilution. 

FIG. 4 represents the infrared spectra (polyethylene film) of compound 1 

(light line) and oflithiated compound 1 (heavy line) showing the lS cm·1 increase in 

the v{MnE18c>) band associated with lithiation of the switching site. The Lt° binding 

induces a substantial drop in donor capacit.Y of the macrocyclic tetraamido-N ligand, 

S a drop that is compensated for by an increase in the binding eruqy of the oxo ligand 
·.•· . . . ' . . . . . 

FIGS. SA and SB represent, in A) rates of ~~ge of the UVNis absorption 
. . . . . . . . . 

ofco111pound 1 at 396 nm in the presence of triphenylphosphine and different 

. switching ions. Normalized observed rate constants: experiment number, number of 

equiv of cati~ cation, relative rate± standard deviation of minimum of three runs: 

O 1, no cation, 0, 1; 2a, S, Na+, 2.7 ± 0.1; 3a, 5, Ba2+,4.8 ± O.S; 3b, 60, Ba2+, 5.7 ± 0.1; 

4a, 5, Mi+, 7.0 ± 0.4; 4b, 60, Mg2+, 7.2 ±.0.8; Sa, S, Li+; 13.5 ± 2.0; 6a, S, Zn2+, 

24.S ± 1; 6b, 60,Zn2+, 24.1±0.8; Sb, 60 Li+, 25.0 ± O.S; 2b, 60, Na+, 506.4 ± 7.0; 

7a, S, Sc3+, 1246.0 ± 206.1; 7b, 60, Sc3+, 1577.6 ± 290.0; and in B) the expansion of 

the time scale showing the fastest oxidations. 

~5 FIG. 6 schematically illustrates the ligand synthesis. 

FIG. 7 schematically illustrates the metal insertion, for manganese. 

FIG. 8 is the 1HNMR spectrum of the species, [LMn v=or. The low 

symmetry resulting from the presence of the pyridine-N and the Mn(O) is reflected 

in the observation of four methyl resonances, cc'dd'. 

I ii 
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FIGS. 9A and B illustrate the UVNis study of Na+ binding to {l;Mn v =Or for 

various molar equivalents of Na+, 0.0 (shown by the longer dashed1ine, -), 25 

.(shown by the shorter dashed line,~), and·60 (shown by the darkest solid line). The 

. mole ratio plot indicates that there are two binding processes. One· is Na+ binding 

5 into the switching site and the other binding event is believed to occur at one of the 

amide oxygens. 

FIGS. lOA, B, C &rut D illustrate the UVNis and IR study ofzJ+ binding to 

[LMn v=or for various molar equivalents of Zn2+, 0.0 (shown by the longetdashed 

line, -- - -), 0.23 (shown by the shorter dashed lines, - - -) and 0.69 (shown by the 

10 darkest solid line). 

FIGS. 1 lA, B, C and D illustrate the UVNis study of Mi+ binding to 

[LMn v=or fo~ various molar equivalents ofMg2+ with 0.0 being shown by longer 

dashed lines, 0.30 shown by shorter dashed lines and·' 1.06 shown by the darkest solid 

line. 

15 FIGS. 12A and B illustrate the UVNis study ofci-+ binding to [LMnv=or 

for various molar equivalents of Ca2+. 

FIGS. 13A and B illustrate the UVNis study of Bi-+ binding to [LMn V=or 

for various molar equivalents of Ba2+. 

FIGS. 14A and B illustrate the UVNis study ofsc1+ binding to [LMnv=or 

20 for various molar equivalents of Sc3+. The Sc3+ exhibits complex binding behavior, 

however, only one equivalent is required to reach the endpoint. 

25 

FIGS. 15A-F illustrate the 0 - atom reactivity studies of [LMn v =Or and 

tetramethylethylene monitored by 13C-NMR; growth on the resonances of the carbon 

product over time are shown in a progression from light to dark traces. 

DETAILED DESCRIPTION OF THE PREFERRED EMBODIMENTS 

The preferred embodiment of the catalyst used in the method of the present 

invention contributes to the "greening" of chemistry by invoking the principle that 

reagents should be composed of low toxicity elements. Among the green design 

30 elements considered to be important are the following. Pteferably, the metal is one 
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of the low toxicity elements, i.e., iron or manganese~ The supporting ligand system 

is preferably comprised of carbon, hydrogen, nitrogen, oxygen and other biologically 

common elements. It is preferred that the primary oxidant.is one found widely in 

Nature, such as oxygen or one of its reduced derivatives, especially hydrogen 
S peroxide. This reasoning constitutes a significant environmental case for advancing 

ligand design to afford nontoxic, long-lived iron and manganese catalysts for 

activating peroxides and oxygen for a w,ide range of homogeneous oxidations. 

10 

The catalysts found to be useful for the methods of the present invention 

have the general structure: 

.• r. 

wherein: 

Z is Nor 0 and at least one Z, and preferably four Zs are N; 

MO is a transition metal -oxo species ; 

Ch1 is selected from the group consisting of pyridine, pyrimidine, 

1 S pyrazine, dicyano-pyraZine, mono- di- tri- or tetra- substituted benzene, 

benzimidazole, benzoquinone, dimino-substituted benz.ene, indole, 

substituted crown derivatives, cryptand ligands, EDT A derivatives, five 

membered rings and five membered ring derivatives, porphyrin derivatives, 

metallated pthalocyanine based systems, bipyridyl-based-systems, 

20 phenantbroline based systems and salen based systems, in accordance with 

the representations for such substituents as set forth in Table I herein ; 

II 
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C}b and·Ch3 each:r¢Pfesent a unit joining the adjacent Z atoms 
comprised of 

or 

wherein Ra, R.i, R3, and Itt~ pairwise and cumulatively, are the same or 
S different and each is selected from the group consisting of alkyl, aryl, 

alkenyl, alkynyl, alkylatyl, cycloalkyl, cycloalkenyl; alkoxy, phenoxy, 
halogen, C}hCF3 and CF3; or Ri, R2, Rl and It. together form a substituted 
or an unsubstituted benzene ring; or the paired R substituents of the Ra, R1 or 
the RJ, Rt pairs together form a cycloalkyl or a cycloalkenyl ring; and, 

10 Ch4 is a unit joining the adjacent Z atoms selected from the group 
consisting of 

x ; 
\ and 

x x 

~-' I \ 
wherein Rs, and R6, are the same or different, linked or nonlinked, 

. and each is comprised of hydrogen, ketones, aldehydes, carboxylic acids, 
1 S esters, ethers, amines, imines, amides, nitro, sulphonyls, sulfates, 

phosphoryls, phosphates, silyl, siloxanes, alkyl, aryl, alkenyl, alkynyl, 
alkylaryl, cycloalkyl, cycloalkenyl, alkoxy, phenoxy, halo, CiiCF3 or CF3 , 

or the paired R substituents of the Rs, ~pair together form a cycloalkyl or a 
cycloalkenyl ring. 

20 A preferred embodiment of the catalyst is the tetraamido ligand shown in 
Figure l, referred to herein as compound 1. The catalyst used in the method of the 
·invention contains a bidentate secondary site which in compound l is comprised of 
the pyridine nitrogen and the adjacent aµride oxygen. The electronic influence of 
binding a seco:D:dary ion is transmitted to the Mn(O) moiety via a combination of a 
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and 7t perturbations. Such a.binding:-increases the electrophilicity of the oxo ligand, 

thereby increasing its 0-atom transfer.reactivity. The secondary binding is referred 

to herein as a 'switching' event, an event whereby a secondary reaction is arranged in 

time to cause a primary reaction to proceed to deliver a targeted reactivity and 

S selectivity at an acceptable rate.· 

In the method of the present invention, switching processes are used to 

activate compound 1 such that it performs useful oxidations on convenient time 

scales •. By manipulating the Lewis acid or cation that binds to the secondary site, the 

relative reactivity of the catalyst· can be controlled. Using this technique, as 

1 o. explained in m~ detail below, the chemo- and regio-selectivity and sequence of 

oxidation reactions at desired sites in a larger compound having a plurality of 

possible oxidation sites can be controlled. In addition, the introduction of chirality at 

desired prochiral sites can be controlled, by synthetically modifying the environment 

surrounding the active site of the·catalyst to introduce asymmetry or by bringing 

15 asymmetry to the cation catalyst complex via groups attached to the switching 

cation. The size and shape of the complex can be altered to have it favor contact 

with one side of the desired oxidation site, for example, an ole~ in preference to 

the other side. 

A cationic ligand(L),;,metal(M)-oxo(O)-species {[LM=Ot} has been used as 

20 the active oxidant in metal catalyzed olefin oxidations similar to those of the present 

invention, generally as follows: 

[I.Mt + [OJ -+ {[LM = Ot} + olefin -+ [I.Mt + epoxide (or other 

oxidation product) 

The macrocyclic tetraamides 

Id 
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Cl 

give stable anionic [LM E or species; such as [LMn v E or. These anionic 
manganyl species are not very aCtive as 0-atom transfer agents. Alteration of ~e 
anionic species to provide neutral or cationic species was found to enhance the 

S catalyzing ability of the manganese species in oXidation reactions~ In one method of 
the present invention, a bidentate secondary ion binding site was added to the 
macrocycle 

to pennit tuning of the charge, modification of the donor capacity of the 
10 amides and alteration the kinetics and thermodynamics of the axial ligand binding to 

the metal. The [LMn v E or complex was titrated with triflate-[S03CF3] salts of 
representative alkali, alkaline earth, or transition metal cations. The changes were 
followed by UV Nis spectroscopy. Mole ratio plots were generated and interpreted 
for understanding of the binding process. An example is shown in Fig. 3 using Lt 

15 as the cation whereK=9.0 x 104 -1.2 x 105 and pK=4.9S -S.08. The mole ratio plot 
indicates that there is only one binding process. 

The changes in the Mn v band in the UV Nis spectrum were also monitored 
for Na+, Zn2+, Mg2+, Ca2\Ba2+ and ScJ+. See, Fi~s. 9-14. Cation-catalyst 

complexes having transition metal ions Ru and Rh have been prepared and have 
20 successfully catalyzed oxidations. 
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As. shown in Fig. S, in an initial test reaction, the [LMn v =O] - switching 

complex was reacted with PPh3 to produce Ph]P=O in the absence and in the 

presence of the switching ions. The decay of the Mn v band in the UVNis spectrum 

.. was monitored. 

S The results demonstrate that the presence of switching ions dramatically 

enhances the 0-atom transfer reactivity. The rate can be controlled by the choice of 

the secondary ion. The successful catalytic 0-atom transfer to tetramethylethylene 

(see Fig. 15) together with the ability to.controlthe rate of the reaction by selective 

• manipulation of the secondary ion demonstrates that the oxidation catalysts of the 

10 present invention are useful· in the oxidation of a variety of substrates, including 

olefins. 

Referring to Fig. 1 S, for example, the selective oxidation method of the 

present invention may proceed as follows: the oxo catalyst [LMn v =<>r and a 

source of the desired alkaline, alkaline earth or transition metal cation, main group 

15. metalion and a source of oxygen atoms, such as a peroxy compound or oxidant, are 

mixed at room temperature in a solution eontaining a solvent and a target compound 

. having a plurality of olefin sites. If necessary to produce a reaction at an acceptable 

rate, the solution is heated. The reaction produces an oxidation at the most reactive 

olefin site or sites and any others that the reactivity of the cation-catalyst complex 

20 will accommodate. 

[LMn v =<>r + switches or cations+ olefin or target compound+ [O] --. 

oxidized product or an epoxide at one or more selected sites of the olefin 

A specific reaction is shown in Fig. 15. 

To control the oxidation so that only one site, or only sites having a certain 

25 reactivity are oxidized, the first cation used is one that yields the cation-catalyst 

complex of the lowest reactivity. The low-reactivity cation-catalyst complex 

produced upon binding with the cation will oxidize only the most reactive olefin 

sites on the substrate, or target compound. In this manner, a series of olefin sites 

from the niost reactive to the least reactive can be oxidized respectively, by catalysis 

30 beginning with the cation bound to the secondary binding site of the oxo-tetraamido 

Ill 
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-ligand~ yields the least reactive cation-catalyst.,complex, ·[LM(O)f and 
-~to the most reactive cation-catalyst complex. A typical. sequence for a 
target compound ·having a plurality of olefin sites, a, b, c, d, e, .f, g, etc., is to add a· 
source of a first cation, one yielding the least reactive cation-catalyst complex, to ·the 

S reaction mixture described above. The cation will bind to the secondary binding site 
of the oxo catalyst The cation-catalyst complex will· initiate the oxidation of the· 
most reactive olefin site, the first olefin site a, on the target compound. The reaction 
will stop and the first cation optionally· will be removed, if necessary. A source of a 
second cation will be added to the reaction mixture and will bind to the secondary 

10 binding site of the oxo catalyst which will in turn initiate the oxidation of the most' 
reactive remaining olefin site , a second olefin site b, on the target compound, (the 
most reactive site originally present having been previously oxidi:zed)., Then the · 
second cation will be removed, if necessary ftom the reaction mixture and a third-. 
cation will be added to bind to the secondary binding site of the oxo-catalyst 

15 whereupon the catalyst will initiate the oxidation of the most reactive remaining 
olefin site, a third olefin site c, on the target compound. The process can continue 
to effect the sequential oxidation of different olefin sites, d, e, f, g, etc., on the target 
compound. Sequential reactivity can also be obtained with one cation whereby the 
temperature is the controlling factor. Thus, the cation/catalyst complex oxidizes the 

20 least reactive site at a temperature chosen so that only this site reacts; On raising the 
temperature, a temperature can be found where the two mostt reactive sites react 
selectively compared to the others, etc. The foregoing is an example of 
chemoselectivity. In a compound where olefms are not identical, or where there are 
groupings of ole:fins that are identical and groupings of olefins that are not identical 

25 in the same compound, one of the olefins or one grouping of olefins will be more 
reactive than the other olefins or groups of olefins. Each olefin or olefin group will 
differ somewhat in reactivity. Because the reactivities of the various functional 
groups adjacent to or_ attached to.the double bond of the olefin sites will be known, 
sel~on of.oxidation at one functional group in preference to oxidation at another 

30 ·functional group can be controlled.· The reactivity of the oxo-catalyst can also be 
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·controlled by changing ·the metal ion, M, to another transition metal. Iron, for 

example, is vastly more reactive than manganese in these catalyst systems. 

Manganese is preferred for systems where a mild oxidation catalyst is called for. 

The switching catalysts ·are useful for incorporating asymmetry into prochiral 

S substrates. The enantioselectivity with regard to the ·prochiral sites on a target 

compound can be controlled by the presence of asymmetry in the cation-complex. 

The oxygen atom transfer site on the catalyst must be able to reach the olefin, or 

other oxidi2'llble prochiral si~ of the target compound. Chirality can be built into 

the oxo-catalyst or brought to it.via the switching cation and groups attached thereto. 

10 By.selecting the substituents on -the cataly~ the size, shape and chiral character of 

the catalyst can be controlled. Numerous .variations for substituent groups and the 

manner of making them are disclosed in the Collins et al. patent application cited 

.. above and incorporated herein .and in CQ-pending United States Patent Application, 

Serial No. 08/681,187 of S. Gordon-Wylie et al., for "Synthesis ofMacrocyclic 

15 Tetraamido N-Ligands", the rel~ant portions of which are hereby incorporated 

herein by reference. Similarly,. the size and shape of the target compound and the 

position of functiorial groups on the target compound, particularly those nearest the 

double bond, will control which side of the olefin double bond the catalyst can 

approach to effect oxygen atom transfer to the olefin, i.e., oxidation of the olefin site. 

20 · Selectivity occurs where one enantiomer is created or destroyed in preference to the 

other enantiomer that could have been created or destroyed. While there are 

commercially available catalysts that can provide enantioselectivity, the best are 

limited to 10 to 20 cycles or tum-over8 of the oxidation catalyst. It has been 

observed that the catalyst system of the present invention is very long-lived and 

25 appears to regenerate in the presence of a source of oxiditing power preferably · 

oxygen or one of its reduced derivatives many, many more times than the 

commercially available catalysts. 

II 

The catalyst systems of the present invention can also induce chirality by 

transfening sulfur compounds oxygen atoms from the switching catalyst to an 

Ill 
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.organic or inorganic sUbstrate. A procbiral phosphorous compound, for example, 

can be oxiclizod at phosphorys or sulfill,' so that chiral species result. 

The pyridine-substituted macrocycle{Compound 1) shown in; Figure 1 can be 

synthesized by an adaptation of the multistep procedure for making macrocyclic 

S tetraamides disclosed in co-pending· u~ S. Patent Application, SerialNo. 08/681,187 

of s. Gordon-Wylie et al., cited above and incorporated herein~ The parent complex. 

without the pyridine group was reported in T. J. Collins, R. D. Powell, C. 

Slebodnick, E. S. Uffelman,J. Am. Chem. Soc. 113, 8419-8425(1991). 

The synthesis of the tetradentate ligand proceeds generally as follows . In the 

10 first step, an amino carboxylic acid, preferably an a or .B amino carboxylic acid, is 

dissolved in a supporting solventand heated with an activated derivative selected 

from.the group consisting of oxalates and malonates, such·as a substituted malonyl 

.dichloride in the presence of a base; to fonn an intermediate. Following completion 

of the selective double coupling reaction, a diamide dicarboxyl-containing 

1 s intermediate is isolated. In the second step, a diamine is added to the intermediate in 

the presence of a solvent and a coupling agent The diamine is .one providing a 

secondary binding site, such as those selected from the group consisting of pyridine, 

pyrimidine, pyrazine, dicyano-pyrazine, mono- or di- substituted benzene, 

benzimidazole, indole, substituted crown derivatives, cryptand ligands, EDTA 

20 derivatives, five membered rings and five membered ring derivatives, porphyrin 

derivatives, metallated pthalocyanine based systems, bi-pyridyl based systems, 

phenanthroline based systems and salen based systems, such as those diamines 

shown in Table I. The coupling agent is preferably a phosphorous halide compound 

or pivaloyl chloride. The resulting mixture is heated and the reaction is allowed to 

25 proceed for a period of time sufficient to produce the macrocyclic tetradentate 

compounds, usually 48-72 hours at reflux when pyridine is the solvent. Typically, 

stoichiometric amounts of the reactants are used. 

The substituent groups on the amino carboxylic acids, the activated oxalate 

or malonate derivatives ~d the diamines may all be selectively varied. so that the 
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resulting tetradentate macrocycle can be tailored to specific desired end uses. 
Variation in the substituents has little or no. effect on the synthesis methodology. 

Once the macrocyclic ligand has been prepared, the compound is complexed 
with a metal ion, preferably a transition metal ion from Oroups 6 (Cr, Mo, W), 7 

5 (Mn, Tc, Re), 8 (Fe, RUs Os), 9 (Co, Rh, Ir),. l 0 (Ni, Pd, Pt), and 11 (Cu, Ag, Au) of 
the Periodic Table of the Elements or those having oxidation states ofl, II, m, IV, V, 
VI, VII or Vlll. Because the preferred use of the catalyst systems of the present ii 

. invention is environmentally sound oxidations, those metals that are nontoxic are 
preferred, with manganese and, iron being the :most preferred. · 

10 If the resulting metallated complex is then combined with a stro~ 0-atom 
transfer oxidant, preferably a peroxide, such as hydrogen peroxide, t-butyl peroxide, 
or cumyl peroxide; a ligand metal oxo complex is fonned. Any source of oxygen 
atoms can be used. 

For particularly robust oxidation catalysts which are useful when the metal is 
1 S iron, Ch.i has the genCral structure 

~C1~x 
/ \ .. 

· 'R . R" 

wherein: 

Z is the metal complexing atom, preferably N; X is a functionality resistant to 

oxidation when the metal complex is in the presence of an oxidizing medium; and 

20 R' and R" are the same or different and each is selected from the group 

II 

consisting of substituents which are unreactive, form strong bonds intramolecularly 
within R' and R" and with the cyclic carbon to which they are bound, are sterically 
hindered and are conformationally hindered such that oxidative degradation of the 
metal complex is restricted in the presence of an oxidizing medium. 
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X is preferably oxyg~ or NR., wherein Rs is lllethyl; phenyl, hydroxyl, 
oxylic, CF3 and CH2CF3• R' and R" are each preferably hydrogen, methyl, halogen, 
CF3, and if linked, acycloalkylsuch as.cyclopentyl, cyclobutyl, cyclohexyl or . 

cyclopropyl. 

5 Alternatively, when in milder oxidation environments, for example when the 
metal is manganese, R' and R" .can be any. one of the groups recited for Ch.above or 
additionally those chosen for Rs and~ on page 11. Oxidatively robust oxidation 
catalysts are described in more detail in the T. Collins et al., U.S. Patent Application, 
Serial No. 08/681,237 tiled July 22, 1996 cited above and incorporate4 herein by 

10 ~ce. 

Manganese insertion into the macrocycle of compound 1 is complicated in 
thatboth the primary tetraamide and the secondary site readily bind manganese 
under basic aprotic conditions. Thus, mang~ese must be removed :ftom the 
secondary site after the insertion into the primary site. In the case of manganese, this 

15 is achieved by basic aqueous workup .conditions. A useful synthesis proceeded as 
follows. 

Example l 

The ligand ( 425 mg, 1.05 x 10-3 mol), was dissolved in dry tetrahydrofuran 
(THF, 40 mL) under an inert atmosphere, and lithium [bis(trimethylsilylamide)] 

20 .(6.32 mL of 1.0M THF solution, 6.3 x 10-3 mol) was added. The mixture was stirred 
(5 mins) and manganic acetylacetonate, Mn (acac)J (557 mg, 1.58 x-10-3 mol), was 
then added as an acetonirile solution (I 0 mL). The reaction mixture was stirred (2 

homs) and the solution was then evaporated to dryness in air on a rotary evaporator. 
The solid residue was dissolved in minimal amount of water and filtered to remove 

25 the solid residue. The :filtrate was evaporated to dryness under reduced pressure and 
the resulting solid, Li[LMn";, was dissolved in acetone and filtered. The filtrate was 

treated with excess tert-butylhydroperoxide (TBHP) solution (0.586 mL, 5.25 x 10 
mol, 900.4 TBHP containing 5% tert-butyl alcohol and 5% water). The ensuing 

reaction was ~onitored by a color change from a starting color of bright orange to a 
30 final color of d~ red-brown·. Excess tetrapbenylpbosphonium chlori,de.(2.0 g, 5.25 
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x 10-3 mol) dissolved in water(20 mL) was added to the product solution which 

contained Li[LMnv(O)], i.e. the lithium salt of compound 1 essentially in 

quantitative yield The solvent volume of the mixture was reduced by rotary 

evaporation giving a suspension of [PhJ>]compound 1 in water. Single crystals were 

5 grown by vapor diffusion of pentane into an ethyl acetate solution of · 

[PhJ>]c<>mpound 1 at room temperature; the results of an X-ray crystal structure 

determination are shown in Figure 2 for the compound 1 anion. 

(Cils).if[compound 1): ·Anal. Calcd for C.wff4sMnNsOsP: C, 65.26; H, 5.60; N; 

8.65; P, 3.82; Found C, 65.42; H, 5.67; N, 8.85; P, 3.89. 1HNMR (chloroform-d1): 

10. (See Fig. 8) (4H5)-tf[compoundl) 3 8;58 (m~·l HX 8.10 (m, 1 H), 7.47-7.85 (m, 20 

H), 6.86 (m, lH), 2.05 (q, 2 H, J = 7.3 Hz), 1.97 (q, 2H, J = 7.3 Hz), 1.86 (s, 3 H), 

1.85 (s, 3H);1.8l(s, 3 H), 1.80 (s, 3H), 0.83·{t, e H, J= 7.7 Hz), 0.55 (t, 3 H, J = 
7.4 Hz).· ESI-MS (negative ion): ·mlz 470.l; [compound 111

- (100%); 

Crystal Data: ' Single crystals are orthorhombic, space group Pbca, with a = 

15 · · 14;205(2) ~ b = 19.87(2)A; c =28.341(4) ~· V .. 7999(9) A3 at-lOOOC, and Z .. 

8[dcatd= 1.355 g cm-3; µ = 4.24 cnf1
• A total of7895 unique reflectiom 

(2°<29<52.16°} were collected \Jsing m scans with Zr.;.fiJtered Mo Ka. X-radiation. 

The structure was solved by direct methods using SHELXS [G. M. Sheldrick, Acta 

Cryst., A46, (1990), 467], and refined by full.;.matrixleast-squares onP using 

20 SHELXL93 [G.M. Sheldrick, SHELXL93, Program/or Crystal Structure 

Refinement, University ofG6ttingen, Federal Republic of Germany, 1993]. The 

distinction between C and N in the pyridine ring was made as follows: Since there 

was no difference between the heights of the peaks in the difference map, or the 

lengths· of the bonds to each atom, both atoms were included and refined as C atoms. 

25 One of the two [that subsequently labeled N(S)] displayed more asymmetric thermal 

parameters on anisotropic refinement. The other [that labeled C(2)] was the only 

one to show a likely H atom position in a difference map. As all other hydrogen 

atoms could be unambiguously located in difference maps this was considered to be 

sufficient evidence, taken in conjunction with the temperature factor data, for 

30 making the atomic assignments. However, they are by no means certain, and these 
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atoms ·might be interchangeable. ·;Hydrogen atoms were refined using the riding 
model with isotropic temperature factors set to 1.2 times that of the atom to ·which 
they were attached. Methyl hydrogens were refined as rigid groups. ·The crystal 
studied was .observed to contain a fractional water molecule of crystallization as 

5 indicated by the NMR spectrum.. The refined occupancy factor for this oxygen atom 
was 0.38. Refinenient converged with R1 (based on F). =0.0564 fot 4202 observed 

·reflections [/>2a(.l)]:. 

Example Set 2 
The reversible formation of secondary complexes .of compound 1 was 

10 monitored in acetonitrile by UV Nis spectroscopy employing a range of mono-, di-, 
and trivalent cations. The monocationic alkali series, Li+, Na+ and K.+ (as the triflate · 
salts), exhibit a surprisingly large variation: in the binding properties. Th~ Lt 
binding exhibits isosbestic behavior (Figure 3) and a mole ratio plot indicates that 
2.5 equivalents of Lt are required.for complete lithiation. Titrations were carried 

15 out in triplicate ([compound 1) = 0.30, 0.27 and 0.14 J.nmol L-1
, logK.25°=5.02±0.06). 

In comparison, the mole ratio plot for Na+ binding (Figure 9) shows that there are 
two binding processes, as evidenced by a first plateau beginning at 8 equivalents of . 
Na+ and a second plateau beginning at 4 7 equivalents. It is believed that the first 
binding event occurs at the bidentate site and the ·second binding event occurs at a 

.20 monodentate amide 0-atom. The UV Nis spectrum does·not ch~ge on addition of 
K.+ (up to 60 equiv). The UVNis changes nonisosbestically on addition of Bi+ 
(Figure 13) in such a manner as to suggest that more than one compound 1 anion can 
bind to Ba1+; Ba1+ binding is strong with the mole ratio plot indicating that the 
endpoint is reached at 1.3 equivalents of the Ba2+. Similarly, Sc3+ binding exhibits 

25 nonisosbestic behavior, but only one equivalent is required to reach the endpoint 
(Figure 14). Unfortunately, the cyclic voltammetric behavior of the system 
represented by compound 1 is nat electrochemically reversible for any switching ion. 
However, cyclic voltammetric ~es of the planar, four-coonUnate Co111 analogue 
of compound 1 show electrochenlically reversible electron transfer properties for a 

30 variety of s~ndary ions. ·For example, under conditions of excess Co111 complex, 
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the dinuclear, .trinuclear and tetranuclear species are all observable with Ca2+. From 

these and electrospray ionization MS studies where the multinuclear ions are also 

observable, one can conclude that the. Com analogue of compound 1 binds more than 

once to multiply-charged switching ions.· The multiple binding of compound 1 to 

5. multiple charged switching ions provides a coherent rationalimion for the·absence 

of isosbestic behavior in the UVNis binding studies for Bal+ /compowd 1 and 

Sc3+/compound 1. Cumulatively, these results suggest that both the biden1ate and 

amide-0 binding sites exp:w:ess a significant sensitivity to the charge/size ratio of the 

.10 

secondary ion or ions.· ,,: .. 

·· Example Set 3 

The susceptibility of the manganyl moiety of the compowd 1 system to 

secondary ion perturbation can be illustrated by the effect of Li'" binding on the 

v(Mn=O) band in the IR spectrum ... To obtaiit an IR region free of macrocyclic 

ligand b~ds, the 180-labeledmangaJiyl was examined; this was produced by stirring 

15 .. ·.·.· · [EttN][compound 1] in a mixture ofCH3CN/H2180 (1:1; 98% 180) for three weeks at 

room tempefature. The v(Mn=180) band for the Lt free and Lt bound species are 

shown in Figure 4; v(Mn-180) shifts from 939 cm·1 fu the parent complex to 954 cm· 

1 in the Li+ complexed species. This blue shift of 15 cm·1 implies that Lt binding 

induces a substantial drop in the donor capacity of the macrocyclic te1raamido-N 

20 ligand, a drop that is compensated for by an increase in donation from the oxo ligand 

with its associated increase in oxo binding energy. One can infer that the 

electrophilicity of the oxo ligand should also increase significantly on secondary 

cation binding. 

Example Set 4 

25 The effects of the different switching ions on reactivity were first examined 

by studying a proof of concept oxidation, liamely the oxidation of 

triphenylphosphine to triphenylphosphine oxide. The reactions with different 

switching ions were monitored by UV Nis spectroscopy at 15 °C in acetonitrile 

under air employing one equivalent of compound 1 and 100 equivalents of · 

30 triphenylphosphine. Switching ions were added as the triflate salts (5 and 60 equiv); 
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·.·.:·. .. 
the reactions were performed at least in triplicate. · Fonnation of the oxidation 
pt'Oduct, triphenylphosphine oxide, was demonstrated by 1H NMR spectroscopy and 
by IR spectroscopy in thev(P--0) region. The results are prese;nted in Figure S; the 
relative rates are normalized against the rate of oxidation of triphenylphosphine by 

5 the parent compound 1 in the ab~ of a switching ion. As was found.for· 
secondary cation binding to compound 1, the_ switching effect on the rate of 
phosphine oxidation is strongly dependent on the nature of added switching ion. 
Oxidation of triphenylphosphine to triphenylphosphine oxide under the conditions of 
the UV Nis experiment by unswitched compound 1 is slow; the reaction takes 

10 several thousand seconds to reach completion. The rates relative to the unswitched 

rate in the presence of five equivalents of various switching ions were found to be 
the following: Na+=3, Ba2+=s, Mr}*=7, Lt=l3, Zn2+=24, Sc3+=1244. As noted 
above it was found that the Na+ ion is unique among the switching ions stUdied in 
possessing an appreciable second binding to compound· I. The relative rates of 

1 S triphenylphosphine oxidation by. compound 1 with different switches reflect this 
finding. Thus, no increase in the rate of triphenylphosphine oxidation was found 
upon an increase in the switching ion: compound l ratio from 5:1to60:1 for Mg2+ 
or Zn2+. Small increases are found when this ratio increase is enacted forBa2+ (1.2 
fold), Lt (2 fold) and Sc3+ (1.3 fold). In contrast, an increase in the Na+: compound 

20 1 ratio from 5:1to60:1 produces a 169-fold increase in the rate of phosphine 
oxidation. Moreover, addition of K.+ (up to 60 equiv) does not perturb the oxidation 
rate of the parent unswitched compound 1 reinforcing-what was noted above that K.+ 
does not appear to bind to the switching site in a concentration regime that can be 
readily studied. 

25 The oxo-transfer rate increases presented above for a trivial oxidation signal 

genuinely useful properties. We have also investigated the reactivity of compound 1 
as an 0-atom transfer agent for the electron-rich olefin, tetramethylethylene. 

·Examples 

A mixture of [P~P]compound 1 (1 equiv), ZnTf2 (4.S equiv), 2,3-dimethyl-
30 2-butene (tetramethylethylene, 132 equiv}, and TBHP (90%, 266 eqµiv) in 
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· acetronitrile-dl was monitored at 50°e via Ile spectroscopy until· all of the olefin 

had been consumed (48 hr). The·only observable product was 2,3-dimethylbut.;J-en-

2-ol (>98%); the reaction was perforined in triplicate. Ile NMR (acetonitrile-dl): 

(See Figure IS) 2,3-dimethylbut-3-en-2-o~ 819.S, 29.3, 73;3, 108.7, 153.3. See, R. 

5 W. Murray, W. Kong, S. N. Rajadhyaksha,.T. Org. Chem. 58, 315-321 (1993). See 

Fig. 15. 

The product solution was also 8nalyzed by GCIMS which confirmed the 

.presence of 2,3•dimethylbut-3-en-2-ol as the only olefin-derived product. The . 

· product; the generated tert-butanol, and· the remaining.TBHP had the same relative 

10 abundance indicating a very clean stoichiometric and selective reaction. 

Significantly, except for minor amounts ofdeconiposition, the unemployed TBHP 

remained unconsumed and addition of further olefin resulted in the 

· ·. · recommencement of the catalytic oxidation pmcess. UV Nis analysis of the 

catalysis solution indieated the quantitative presence of compound 1 throughout and 

15. after the catalytic oxidation. While trace amoUn.ts of other products, apparently · 

derived :from the TBHP, were detectable in the 13C NMR spectra, a spent reaction 

solution in acetone~ remained essentially unchanged upon standing in an NMR 

tube on the bench top for nine months; after this time, it was found to contain 2,3-

dimethylbut-3-en-2-ol, tert•butanol, TBHP and its acetone adduct in the same 

20 relative ratios that were established at the end of the reaction and nothing else. A 

control system without compound 1 consisting of ZnT:fl (1 equiv), 2,3-dimethyl-2-

buteiie (30 equiv), and TBHP (90%, 64 equiv) in acetonitrile-d3 was also monitored 

at 50°C for five days by 13C NMR spectroscopy; no change was observed. When the 

reaction conditions were changed by raising the temperature to 700 C and using 

25 deu~ted acetonitrile as the solvent, the same five characteristic peaks shown in 

Fig. 15 for 2,3-dimethylbut-3-en-2-ol were present. Thus, compound 1 presents a 

mild, exceptionally selective and extraordinarily stable catalytic 0-atom transfer 

system. 

As part of Nature's design, enzymes often arrange multiple reactions 

30 precisely in both time and space to achieve a targeted· selectivity. While modem 

Iii 
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chemistry includes rich insight into how to arrange reactions in space to achieve 
selectivity, the mastering of selectivity by the deliberate arrangement of multiple 
reactions in time is novel territory. Using-the variations in reactivity, spatial 

orientation and si7.e afforded by the oxidation catalysts described herein, a ligand 
S system can be designed for organizing in sequence and reaction site more than one 

oxidation reaction to achieve a targeted reactivity and selectivity. The ligand 

systems of the present invention are significantly resistant to oxidative 

decomposition such that they provide very long-lived and reusable catalysts. The 

synthetic procedures to produce numerous variations of compound 1 have been 

10 refined such that the ligand can be produced in a two-step procedure from the series 

of diamines shown in Table l according to the procedures set forth in Gordon-Wylie 
et al., incorporated herein by reference, as modified by the substitution of the; 

diamines of Table I for the diamines described in the Gordon-Wylie syntheses. It is 
important to realize that the approach presented clearly expands the range of 

1 S reactivity achievable for the environmentally desirable transition metals, such as 
manganese, by allowing one to deliberately increase the reactivity of an otherwise 

slow 0-atom transfer agent or, more generally, reagents such as compound 1 and its -
variants which are designed to assemble more than one reaction to oxidation catalyst 

achieve a reactivity objective may become essential in the greening of chemistry. 
20 They make possible the novei methods of the present invention for making 

environmentally desirable catalytic elements perform all the tasks necessary to 

replace the environmentally undesirable elements currently in use. The approach of 
arranging multiple reactions in time holds enormous promise for dealing with 

difficult reactivity problems such as for obtaining otherwise inaccessible green 

25 reagents, especially oxidants, and for achieving enantioselectivity and 

chemoselectivity_in oxidations that have proven to be resistant to less ambitious 

development approaches. 
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. TABLBI 
Aza Aryl Substitutions 

... (XNH2 
· · NH2 

The parent complex (pyridine-) 

CC"=: NH2 
l . . 

,& 
· · NH2 

pyridine-

ec: .. ~;Nll2 
~N~.NH2. 

NCXJ:NH2 
pyrimidine- pyrazine-

Simple Aromatic Substitutfons 

Other Switching Substituents 

H R--<NXXNH2 
~'·~ N · NH2 

Benzimiclazole-

NC N NH2 

dicyano-pyrazine-

Indole-

Iii 
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Substituted Crown Derivatives 

Qi =NH,NR, O,orS 
Qi=NH;NR, 0, orS 
Q]=NH,NR, 0, orS 

substituted -benzo-9-crown-3-
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TABLE I Qmtinued 

Qi.= NH, NR, 0, or S 
(h=NH;NR, o, ors 
<l3 =NH, NR, o, or S 
~=NH, NR, 0, or S 

substituted -benzo-12-crown-4-

Q1=NH,NR,0, ors 
Qi= NH, NR, 0, or S 
Q3 =NH,NR, 0, orS 
Q4 =NH, NR, 0, orS 
Qs =NH, NR, 0, or S 

substituted -benzo-15-crown-5-

·-

Q1 =NH, NR, 0, or S 
Q2 =NH, NR, 0, or S 
Q1 =NH, NR, 0, or S 
Q4. =NH, NR, 0, or S 
Qs =NH, NR, 0, or S 
Q6 =NH; NR, O, orS 

substituted -benzo-18-crown-6-
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Other C~d Ligands 

Qi =NH,NR,O,orS 
Qi= NH, NR, 0, or S 
Ch= NH, NR, 0, or S 
Qi= NH~ NR, 0, or S 

Q1 =NH, NR,·o. or S 
Qi= NH, NR, 0, or S 
Q3 = NH, NR, 0, or S 
Q4=NH, NR, 0, orS 
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TABLE I Continued 

Qi =NH, NR, 0, orS 
<h=NH,NR, 0, ors 
{h=NH,NR, 0, orS 
Q.t=NH,NR, 0, orS 

Q1 =NH, NR, 0, orS 
Qi =NH, NR, 0, orS 
Q3 =NH, NR, 0, or S 
Q4 =NH, NR, 0, or S 

NH2 

NH2 
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IABLE I Cop.tinned 

r( 
~~o 

OH 

Ethylene Diamine Tetra Acetic Acid-

PCT/US9811274' 

Tetra Aza Cyclo Tetra Decane Tetra Acetic Acid-
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· .. TABLE I Continued 

Five Membered Rings 

Q 

.. , 

Q =NH (pyrrole-), S (thiophene-), 0 (furan-), CH2 (cyclopentadiene-), 
RCH (substituted cyclopentadienyl with R= alkyl, aryl) 

Ri = H, Alkyl, Aryl, Alkenyl, Halo 
R2 = H, Alkyl, Aryl, Alkenyl, Halo 

Five·meinbered ring derivatives 

NH2 

NH2 

M = V, Cr, Mn, Fe, Co, Ni, Ru, Os, Rh 
e.g. for M= Fe one obtains Ferrocene/Ferrocenium switched derivatives 

R1 = H, Alkyl, Aryl, Alkenyl, Halo 
R1 = H, Alkyl, Aryl, Alkenyl, Halo 
R3 = H, Alkyl, Aryl, Alkenyl. Halo 
~ =.H, Alkyl, Aryl, Alkenyl, Halo 

Rs = H, Alkyl, Aryl, Alkenyl, Halo 
R6 = H, Alkyl, Aryl, Alkenyl, Halo 
R7 = H, Alkyl, Aryl, Alkenyl, Halo 
R8 = H, Alkyl, Aryl, Alkenyl, Halo 

Ill' 
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-From-pyrrole-

PCT/US'8112749 

31 

IAJ3LB I COntinueci 

Increasing Degree 
of NH2 Substitution 

Switching can be accomplished via metallation of the porphyrin, via oxidation state change of the free base porphyrin or the metallated porphyrin, via change in the axial ligation of the meta.I porphyrin, optically etc. 
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Pthalocyanine Based Switching 

NC 

. From pthalonitrile-

32 

IABLE I Continued 

Increasing Degree of 
NH2 substitution 

Switching can be accomplished via metallation of the free bac;e pthalocyanine, 
oxidation state change of the metallated pthalocyanine, axial ligation of the metal 
pthalocyanine complex, optically etc. 

Ill 
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TABLE I Continued 

Bi-Pyridyl Based Systems 

NH2 

NH2 H2N 
NH2 NH2 NH2 

NH2 NH2 NH2 
NH2 H2N 

NH2 

H2N NH2 NH2 NH2 

NH2 NH2 NH2 H2N 

NH2 

NH2 

NH2 
NH2 
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TABLE I Continued 

Phenanthroline Based Systems 

NH2 

H2N H2N 

N~ N~ 



WO!>l/58735 

35 

TABLE I Continued 

Salen Based Switching Systems 

OH NUNH2 OH ~ 
I~ 

N h NH2· 
I 

Rs 

H2N 
R2 NH2 

I I OH N R6 OH NnNH2 
R1 N h NH 

Rs I 2 

71' 
H1N H2N ~ 

NH2 NH2 
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C L M S * 

What we claim is: 

1. A method of transferring oxygen to at least one oxidizable site on a target 

compound having a plur~ty of oxidizable sites, the method comprising: 

selectively oxidizing an oxidizable site on a target compound having a 

s · plurality of oxidizable sites therein by reacting in solution: 

the target compound; 

10 

a source of oxygen atoms; 

a source of a Lewis acid; and, 

a catalyst having the structure 

wherein: 

Z is Nor 0 and at least one Z is N; 

MO is a transition metal-oxo species; 

Ch1 is selected from the group consisting of pyridine, pyrimidine, pyrazine, 

1 S dicyano-pyrazine, mono-, di-, tri- or tetra- substituted bell7.ene, benzimidazole, 

benzoquinone, mono- or di- iminobenzene, indole, substituted crown derivatives, 

cryptand ligands, EDTA derivatives, five-membered rings and five-membered ring 

derivatives, porphyrin derivatives, metallated-pthalocyanine based systems, bi­

pyridy I-based systems, phenanthroline-based systems and salen-based systems 

20 Ch2 and Ch3 each represent a unit joining the adjacent Z atoms comprised of 

Id 
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or 

wherein R1, R2, RJ, and Rt pairwise and cumulatively are the same or different and 
each is selected from the group consisting of alkyl, aryl, alkenyl, alkynyl, alkylaryl, 
cycloalkyl, cycloalkenyl, alkoxy, phenoxy, halogen,haloalkyl, perhaloa1kyl, C~CF3 

S and CF3 or R1, R2, RJ and ~ together form a substituted or an unsubstituted bell7.elle 
ring, or the paired R substituents of the Ra, R2 or the RJ, Rt pairs together form a 
cycloalkyl or a cycloalkenyl ring; and~ 

10 

C~ is a unit joining the adjacent Z atoms selected from the group consisting 
of 

wherein Rs and ~ are the same or different, linked or nonlinked, and each is 
comprised of hydrogen, ketones, aldehydes, carboxylic acicb, esters, ethers, amines, 
imines, amides, nitro, sulphonyls, sulfates, phosphoryls, phosphates, silyl, siloxanes, 
alkyl, aryl, alkenyl, alkynyl, alkylaryl, cycloalkyl, cycloalkenyl, alkoxy, phenoxy, 

15 halo, CH2CF3 or CF3 , or the paired R substituents of the Rs,~ pair together form a 
cycloalkyl or a cycloalkenyl ring; with substituents chosen as for unlinked ~' ~ and, 

allowing the reaction to proceed for a period of time sufficient to oxi~ at 
least one oxidizable site of the target compound. 
2. The method recited in the claim 1 wherein the Lewis acid is selected from the 

20 group consisting of proton, alkali, alkaline earth, rare earth or transition metal or 
main group metal ions. 

3. The method of claim 1 wherein the plurality of oxidizable sites in the target 
compound differ from each other in relative rea~vity and: the Lewis acid (is 



W098/58735 PCT/US98/12749 

38 

selected to selectively) activates the catalyst by fonning a cation-catalyst 

complex for oxidizing one oxidimble site on the target compound. 

4. The method of claim 3 further including the steps of: 

identifying a series of oxidizable sites on the target compowd, having 

S reactivities ranging sequentially from generally the highest relative reactivity for a 

beginning set of oxidizable sites of the series of oxidimble sites to the lowest 

relative reactivity for an ending set of oxidimble site of the oxidizable sites in the 

series of sites; and,· 

10 

15 

20 

25 

30 

(a) adding to the solution a first cation for activating the catalyst to form a 

first cation-catalyst complex having a first reactivity, the first reactivity of 

the first cation-catalyst complex sufficient to selectively oxidize the_first 

set of oxdimble sites in preference to oxidizing other oxidizable sites in 

the target compound; 

(b) allowing the oxidation reaction to proceed for a period of time sufficient 

to oxidize each beginning oxidizable site on the target compowd such 

that the second set of oxidizable sites in the series has the highest relative 

reactivity of the oxidimble sites remaining in the series of sites; 

( c) optionally removing the first cation from the solution; 

( d) adding a second cation to the solution, the resulting cation-catalyst 

complex having a second reactivity sufficient to selectively oxidize the 

second set of oxidimble sites; 

(e) allowing the oxidation reaction to proceed for a period of time sufficient 

to pennit the oxidation of the second set of oxidimble sites on the target 

compowd such that any next oxidimble sites in the series of oxidimble 

sites on the target compound has the highest relative reactivity of the 

oxidimble sites remaining in the series of sites; 

(t) optionally removing the secoi,.d cation from the solution; 

(g) repeating steps ( d) to (f) for each successive oximble site in the series of 

oxidizable sites on the target compound by sequentially adding selected 

cations to the solution, allowing the oxidation to proceed and removing 
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the selected cation froin the solution before the next selected cation is 
added, each successive cation added to the solution having progressively 

. higher reactivities to effect the .sequential oxidation of the oxidizable 
sites in the series of oxidizable sites until the ending oxidizable site is 
oxidi7.ed~ 

S. The method recited in claim 4 wherein the set of oxidizable sites includes 
one oxidizable site. 

6. The method recited in claim 4 wherein the set of oxidizable sites includes 
more than one oxidiz.able site. 

10 7. The method recited in claim 1 wherein the target compound has at least 

15 

20 

25 

one prochiral oxidizable site and the Lewis acid catalyst complex has 
chirality such that it catalyzes the enantioselective oxidation of said at 
least one oxidizable site. 

8. The method recited in claim 7 wherein the oxidizable site is a prochiral 
phosphorous containing compound. 

9. The method recited in claim 1 wherein the oxidizable sites are olefins 
10. The method recited in claim 7 wherein the oxidizable sites are alkynes. 
11. The method recited in claim 7 wherein the transition metal of the catalyst 

is manganese. 

12. The method of claim 7 wherein the transition metal of the catalyst is iron. 
13. The method of claim 7 wherein the transition metal is selected :from the 

group consisting of Groups 6, 7, 8, 9, 10, and 11 of the periodic table of 
the elements or those having an oxidation state ofl, II, III, IV, V, VI, VII 
or VIII. 

14. The method recited in claim 1 wherein the oxidizable sites are allcynes. 
15. The method recited in claim 1 wherein the oxidizable sites are olefins. 
16. The method recited in claim 1 wherein the transition metal of the catalyst 

is manganese. 

17. The method of claim 1 wherein the transition metal of the catalyst is iron. 
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18. The method of claim 1 wherein the transitfon metal is selected from the 

group consisting of Groups 6, 7, 8, 9, 10, and 11 of the periodic table of 

the elements or those having an oxidation state of I, II, III, IV, V, VI, VII 

or VIII. 

19. The method recited in claim 1 wherein the Lewis acid is ·selected ftom 

the groUp of atoms of the lanthanide series. 

20. The method recited in claim 1 wherein the Lewis acid is selected from 

the group of atoms of the actinide series. 

21. The method of claim 1 wherein the cation is selected from the gro~p 
.. . fL-+ N + Zn2+ MJ+ C 2+ B 2+ SJ+, Rb3+ dR 2+ cons1stingo 1, a, , g., a, a, c , an u. 

22. The method recited claim l wherein the metal of the metal-oxo species is 

an iron and~ is 

wherein: 

1 S Z is the metal complexing atom, preferably N; X. is a functionality resistant to 
oxidation when the metal complex is in the presence of an oxidizing medium; and 

R' and R" are the same or different and each is selected from the group 

consisting of substituents which are unreactive, form strong bonds intramolecularly 
within R' and R" and with the cyclic carbon to which they are bound, are sterically 

20 hindered and are conformationally hindered such that oxidative degradation of the 

metal complex is restricted in the pn:sence of an.oxidizing medium. 

23. The method recited in claim 22 wherein Rs and ~are each selected 
from the group consisting of hydrogen, halogen, methyl, CF3, and if linked, 
cyclobutyl, cyclopentyl, cyclopropyl, or cyclohexyl. 

25 24. A method of transferring oxygen to an oxidizable site on a target 

compound comprising: 
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~lectively oxidizing an oxidizable site on a target compound having one 
. prochiral oxidizable site by reacting in solution: 

the target compound; 

a source of oxygen atoms; 

S a source of a Lewis acid; and~ 

a catalyst for forming a complex with the Lewis acid; said complex having 
chirality and said catalyst having the structure 

wherein: 

10 Z is Nor 0 and at least one Z is N; 

MO is a transition metal-oxo species; 

Cha is selected from the group consisting of pyridine, pyrimidine, pyrazine, 
dicyano-pyrazine, mono-, di-, tri- or tetra- substituted bem:ene, benzimidazole, 
benzoquinone, di- iminobenzene, indole, substituted crown derivatives; cryptand 

1 S ligands, EDTA derivatives, five-membered rings and five-membered ring derivatives, 
porphyrin derivatives, metallated pthalocyanine-based systems, bi-pyridyl-based 
systems, phenanthroline-based systems and salen-based systems; 

Ch2 and Ch3 each represent a unit joining the adjacent Z atoms comprised of 

or 
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wherein R1, ~' R3, and ~pairwise and cumulatively are the same or different and 

each is selected from the group consisting ~f alkyl, aryl, alkenyl, alkynyl, alkylaryl, 

cycloalkyl, cycloalkenyl, alkoxy, phenoxy, halogen,haloalkyl, perhaloalkyl, CJLCF3 

and CF3 or Ri, ~' R3 and~ together form a substituted or an unsubstituted benzene 

S ; ring, or the paired R substituents of the R1, ~ or the R3,·~ pairs together form a 

cycloalkyl or a cycloalkenyl ring; and, .. 

of 

c~ is a unit joining the adjacent z ·atoms selected from the group consisting 

/' 
\ and 

10 wherein Rs and~ are the same or different, linked or nonlinked, and each is 

comprised of hydrogen, ketones, aldehydes, carboxylic acids, esters, ethers, amines, 

imines, amides, nitro, sulphonyls, sulfates, phosphoryls, phosphates, silyl, siloxanes, 

alkyl, aryl, alkenyl, alkynyl, alkylaryl, cycloalkyl, cycloalkenyl, alkoxy, phenoxy, 

halo, haloalkyl, perhaloalkyl,-CH2CF3 or CF3, or the paired R substituents of the Rs, 

15 · , ~ pair together form ·a cycloalkyl or a cyclOalkenyl ring; and, 

wherein the Lewis acid-catalyst complex catalyzes the enantioselective 

oxidation of said oxidizable site of the target compound. 

25. The method recited in claim 24 wherein the Lewis acid is selected 

from the group consisting of proton, alkali, alkaline earth, rare earth or transition 

20 metal ions. 

26. The method recited in claim 24 wherein the oxidizable site is an 

olefin. 

27. The method recited in claim 24 wherein the oxidizable site an alkyne. 

28. The method recited in claim 24 wherein the oxidizable site is a 

25 phosphorous containing compound. 

29. The method recited in claim 24 wherein the transition metal of the 

catalyst is manganese. 
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30. The method recited in claim 24 wherein the transition metal of the 
catalyst is iron. 

31. The method of claim 24 wherein the transition metal of the metal-oxo 
species is selected ftom· the group consisting of Groups 6, 7, 8, 9, 1 O~ and 11 of the 

5 periodic table of the elements or those having an oxidation state ofI, Il, III, IV, V , 
VI, VII or VIIl. 

32. The method recited in claim 24 wherein the Lewis acid is selected 
from the group of atoms ofthe lanthanide series. 

33. The method recited in claim 24 wherein the Lewis acid is selected 
10 from the group of atoms of the actinide series. 


