
A process for the bleaching of wood pulp using one or
more peroxide oxidising agents wherein the process
includes treatment of the pulp with a mixture of
chelating agents comprising: (a) a first chelating
agent selected from the group consisting of:
ethylenediamine N,N -disuccinic acid,
methylglycinediacetic acid, glutamic acid N,N-diacetic
acid, imino disuccinic acid and anions and mixtures
thereof; and (b) a second chelating agent selected
from the group consisting of: diethylene triamine
pentaacetic acid, ethylenediamine tetraacetic acid,
diethylenetriamine penta methylene phosphonic acid and
anions and mixtures thereof. 


