
Provided is a thermally conductive composition which
shows a low thermal resistance, and good releasability
after service. For example, one composition includes
an acrylic-based thermally conductive composition
comprising a binder component containing a crystalline
acrylic polymer with an alkyl group of 18 carbons or
more and a thermally conductive filler. 


