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(54) Title: METHOD FOR PRODUCING HYDROGENATED SILICON OXYCARBIDE IFILMS

(57) Abstract: A method for producing fluorinated hydrogenated silicon oxycarbide (H:F:SiOC) and amorphous fluorinated hy-
drogenated silicon carbide (H:F:SiC) films having low dielectric permittivity. The method comprises reacting a silicon containing
compound with a fluorocarbon or fluorohydrocarbon compound having an unsaturated carbon honded to F or H. The resulting films
are useful in the formation of semiconductor devices.



