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FIG. 3
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FIG. 4
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FIG. 5
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FIG. 6
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FIG. 7
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FIG. 8
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FIG. 9

Atomizing a suspension having CNFs into an aerosol,
and drying the aerosol to obtain CNF powders

Introducing the CNF powders into
a surface modification mechanism

Supplying an active gas having a surface modification agent
into the surface modification mechanism, thereby enabling
the surface modification agent to react with the CNF powders
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