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Abstract 

A decorative resin composition containing a metal pigment 

having an average thickness of not more than 60 0 nm dispersed 

in a blend of a low-density polyethylene (LDPE) having a density 

of not less than 0.910 g/cm3 but less than 0.93 0 g/cm3 and a 

linear low-density polyethylene (LLDPE) having a density of 

0.910 to 0.925 g/cm3. 


