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ABSTRACT  

 

WAFER PROCESSING METHOD 

 

        A wafer processing method includes a close contact 

making step of pressing a protective film against the 

front side of a wafer in a radially outward direction 

starting from the center of the wafer to thereby bring 

the protective film into close contact with the front 

side of the wafer, a protective member fixing step of 

covering the protective film with a protective member 

formed by curing a liquid resin to thereby fix the 

protective member through the protective film to the 

front side of the wafer, a grinding step of grinding the 

back side of the wafer to reduce the thickness of the 

wafer, and a peeling step of peeling the protective film 

and the protective member from the wafer thinned by the 

grinding step. 

(Figure 1) 


