
A method of manufacturing a tube comprising the steps of: forming a tube
from an uncured plastics material; curing an inner surface of the tube to
form a fully cured central core; moulding the uncured outer surface of the
tube into a desired shape; and - fully curing the outer surface of the
tube.    


