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METHODS AND APPARATUS FOR MEASURING THE THICKNESS OF A FILM, PARTICULARLY
OF A PHOTOrESIST FILM ON A SEMICONDUCTOR SUBSTRATE ,. 5 FIELD AND
BACKGROUND OF THE INVENTION The present invention relates to a method and
apparatus for measuring the thickness or the refractive index of a
transparent film on a substrate. The invention is particularly useful in
measuring thickness variations of a photoresist film on a semiconductor
substrate, and is therefore described below with respect to this 1o
application. A typical semiconductor manufacturing process uses Snore than
17 photolithography steps. In each step, a .photoresist (PR) material is
deposited on the semiconductor (e.g., silicon wafer) surface, and an
optical process is used to copy patterns onto the PR. The patterned PR is
then used as a masking layer for subsequent 15 process steps, such as
etching, implanting, depositing, scribing, grinding, etc. A
photolithography process includes the following steps: a) film, wherein the
PR layer is coated uniformly over the wafer; . b) baking, wherein the PR is
baked at a moderate temperature to dry the solvents therein; 2o c)
exposing, wherein the wafer is exposed through a mask in which the >
required pattern appears as a non-transparent printing; - d) developing,
wherein a chemical process is applied to remove the exposed PR from the
wafer; and. e) post exposure baking, wherein the wafers are baked after the
exposure in 25 order to harden the photoresist. ' The photolithography
process is one of the most challenging technologies used in the
semiconductor industry. The patterns printed in the critical layers set the
` dimensional limitations for the entire technology. The minimum line width
achieved today in production is 0.18prn (1/1,000 mm); the next generation
of technologies is 3o expected to require minimum line width of 0.1 um and
below. To achieve the minimum line width with high uniformity within each
wafer and from wafer to wafer, it is most important to control each and
every parameter in    wo oon295s 2 5 FEB Q003 PCflIL99/00466 the
photolithography process. Exposure energy, PR chemical composition,
development time and baking temperature are only a few of the parameters
that can affect the final critical dimension (CD) and its uniformity. One
of the most critical parameters to be controlled is the PR thickness. ' 5
Because of the optical nature of photolithography, fluctuations of several
nano-meters in the layer thickness can have a substantial effect on the
final CD. In the current processes, the PR film is applied on a high speed
spinning chuck, called a "spinner". The wafer is placed on the spinning
chuck and is rotated at low speed while the PR is dispensed at the center
of the wafer. After dispensing, the 1o chuck is rotated at a high speed
(300-Q000 RPM). The centrifugal forces acting on the PR cause the PR liquid
to flow towards the edge of the wafer. Most of the PR (ca. s 95%) is
spilled off the wafer and is collected in a bowl to be drained later. The
adhesion forces between the wafer surface and the PR hold a smaller amount
of the PR on the wafer. -'The final thickness is a function of the
centrifugal forces, the ~5 adhesion to the surface, arid the shear forces
caused by the viscosity of the liquid. The viscosity is increased during
the spin due to the solvents evaporation therefore the solvents evaporation
rate affects also the final thickness. To control the final thickness one
should control the rotational speed, the 



ramp-up speed ("acceleration"), the PR viscosity, and the environmental
conditions 2o within the bowl, among other parameters. After spinning, the
wafer is transferred to sit on a hot plate to perform the prey exposure
bake. Solvent evaporation during the bake further reduces the PR thickness.
- Nonunifonnity of the hot plate temperature can cause nonuniformity of the
final thickness. 25 Today, the process is set up and controlled by running
a bare silicon test wafer and measuring the final thickness, and thickness
uniformity, by a stand-alone layerthickness measurement device. In order to
ensure process stability, a periodic test is done on the test wafer. If the
thickness drifts out of the control limits, the production is stopped and
corrective actions are taken to bring the final thickness back to target.
3o The above-described thickness monitoring procedures are inefficient and
wasteful. They can cause serious delays in reacting to a process out of
control (OOC). Test wafers and PR, as well as operational and engineering
time, are spent in running   '2 5 F E 8 2003 WO 00I12958 - 3 PCT/IL99/00466
the tests in a stand-alone system. Machine operational time is also wasted
when the processing of production wafers is held up until positive test
results are obtained. If the test results are negative, reworking may be
required, or a complete batch may have to be scrapped. 5 Moreover, in
contrast to the test wafers used for measurement purposes, the real
production wafers have a much more complicated topography below the PR
layer. As can be seen from a comparison of FIG. la to FIG. lb, there may be
a large difference in the thickness at different places (dl-d2), which
differences are not reflected in a flat test wafer measurement. 10 In
addition, since most of the PR ends up in the bowl, a considerable quantity
of PR material is wasted. PR is one of the most expensive materials in the
semiconductor process and will probably be even more expensive when
deep-IJV lithography is implemented in future production processes. 15
SUMMARY OF THE INVENTION An object of the present invention is to provide
an improved method and apparatus for measuring the lateral variation of the
thickness of a transparent film on a production wafer. Another object is to
provide a method and apparatus which are particularly useful in measuring
lateral thickness variations in photoresist films on 2o semiconductor
substrates to avoid many of the above described drawbacks in the existing
method and apparatus. According to one broad aspect of the present
invention, there is provided a method of measuring lateral variations of a
property, selected from the group consisting of thickness and refractive
index, of a transparent film on a substrate, 25 including the steps of (a)
illuminating the film with a beam of light of multiple wavelengths; (b)
detecting the intensity of the light reflected from the transparent film
for each wavelength; (c) producing a signal defining the variation of the
intensity of the detected light as a function of the wavelength of the
detected light; (d) 



decomposing the signal into principal frequencies thereof; and (e)
determining from 3o the principal frequencies the lateral variations of the
property of the transparent film. According to another broad aspect of the
present invention, there is provided an apparatus for measuring lateral
variations of a property, selected from the group   WO 00I12958 4 2 5 FEa
2a~~ PCT/IL99/00466 consisting of thickness and refractive index, of a
transparent film on a substrate, ' including: (a) an illuminating device
for illuminating the film with a beam of light of multiple wavelengths; (b)
a detector for detecting the intensity of the light reflected from the
transparent film for each wavelength; and (c) a processor for: (i)
producing a 5 signal defining the variation of the intensity of the
detected light as a function of the wavelength of the detected light, (ii)
decomposing the signal into principal frequencies thereof, and (iii)
determining, from the principal frequencies, the lateral variations of the
property of the transparent film. According to another aspect of the
present invention, there is provided, in a to process for fabricating
integrated circuits on a wafer, wherein trenches are formed on a surface of
the wafer and the surface then is covered with an oxide layer that fills
the trenches, a method of measuring depths of the trenches, including the
steps of: (a) illuminating at least a portion of the oxide layer with a
beam of light of multiple wavelengths; (b) detecting the intensity of the
light reflected from the oxide layer for ~5 each wavelength; (c) producing
a signal defining the variation of the intensity of the detected light as a
function of the wavelength of the detected light; (d) decomposing the
signal into principal frequencies thereof; and (e) determining the depths
of the trenches from the principal frequencies. According to further
features in the preferred embodiment of the invention 20 described below,
the film is a transparent coating on a semiconductor substrate, preferably
on a die among a plurality of dies carried on a semiconductor wafer. As
will be described below, a number of advantages are obtained when the beam
of light - is large enough to cover a complete die. According to another
aspect of the present invention, there is provided 25 apparatus for
measuring the thickness of a transparent film on the substrate in
accordance with the above method. As will also be described below, the
method and apparatus of the present invention are particularly useful for
measuring thickness variations or refractive index variations of a film in
situ, and in real time, e.g., to control the deposition or removal 3o of a
layer on a semiconductor substrate. Further features and advantages of the
invention will be apparent from the description below. h ,.   2 5 FEB 20Q3
WO 00/12958 5 PCT/IL99/00466 BRIEF DESCRIPTION OF THE DRAWINGS The
invention is herein described, by way of example only, with reference to
the accompanying drawings, wherein: 5 FIG. I a is a schematic illustration
of a PR layer on top of a flat test wafer, FIG. 1b is a schematic
illustration of a PR layer on top of a patterned wafer; FIG. Z is a diagram
illustrating the reflectance diffraction of a thin layer, which diagram
will be referred to in describing the basic theory of the present
invention; FIG. 3a is a schematic layout of one embodiment of an apparatus
of the present invention; Fig. 3b is a schematic layout of another
embodiment of an apparatus of the present invention; FIGS. 4a and 4b are
detailed views of the apparati of FIGS. 3a and 3b, 15 respectively; FIGs.
5a and 5b are detailed top views of the apparati of FIGS. 3a and 3b,
respectively; FIG. 6 is a 'flaw chart of the measurement sequence in the
apparatus of Fig. 3a; FIG. 7 is a simulated reflection signal far a two
thickness case; 2o FIG. 8 is the analyzed results of the signal of FIG. 7;
FIG. 9 is a real reflection signal from a wafer with oxide on top of metal
lines and intermetal dielectric; FIG. 10 is the analysis of the signal of
FIG. 9; FIG. 11 is an electronic microscope cross section of the wafer
measured in 2s FIG.9; 



FIG. 12 is a flow chart of the signal processing procedure; and FIG. 13 is
a detailed flow chart of the pre-processing and processing stages in . ~
FIG. 12.   WO 00/12958 6 DESCRIPTION OF THE PREFERRED EMBODIMENTS 2 5 FEB
2D03 PCTIIL99/004~6 BASIC THEORY OF OPERATION s As indicated above, the
method and apparatus of the present invention are particularly suitable for
measuring the thickness of a transparent film, particularly a , photoresist
coating, where there are differences in thickness at different places of
the substrate, as illustrated in FIG. I. Thus, FIG. 1 illustrates two
different layer thickness d1-d2 in a typical wafer . These differences in
thickness would not be accurately 1 o measurable in a conventional
measurement. The method and apparatus of the present invention, however,
are capable of measuring such thickness variations in applied or removed,
in situ and in real-time. The following description of the basic theory of
operation of the present invention will be helpful in understanding how
this is done. Several. methods are known for measuring thickness of
laterally uniform t5 transparent films using the refleeted pattern of
mufti-wavelength light. Thus, as shown in FIG. 2, when a monochromatic
(single wavelength) light beam arrives at a Iaterally uniform transparent
film part of the beam is reflected from the upper face (Layer O/Layer I
interface), and part is reflected from the bottom face (Layer 1 / Layer 2
interface). 20 FIG. 2 illustrates the above, wherein: [err] is the
wavelength of the light; [err] is the phase angle of the incident light
(and of the light reflected from the Layer 0/Layer 1 interface): [err] +
[err] is the phase angle of the light reflected from the Layer 1/Layer 2 25
interface, ~ i being the phase difference associated with propagation of
the light through Layer 1; roe is the reflection coefficient of the Layer
0/Layer 1 interface; r~ Z is the reflection coefficient of the Layer 1
/Layer 2 interfaces; and I is the intensity of the incident Iight 3o I =to
cos (2~tctla. + ~o) (EQ.1)  Where Io is the intensity amplitude and c is
the speed of light   WO 00/12958 7 .2 5 FEB 200B PGT/IL99I00466 For fight
arriving perpendicularly to the film surface, the reflection coefficient
from the top and bottom surfaces are: roWtnnno)/(ni+no)
ri2=~nz-~Ti)/(n2+n1) ~Q- 2) 0 wherein no, ni, n2 are the refractive indices
of layers 0,1 and 2, respectively. 5 The light reflected from the upper
face interferes with the light reflected from the bottom face, giving a
reflection coefficient (R) which is a function of the layer thickness and
the layer re&active index. This reflection can be described by the,
well-known, Fresnel equation. R=(rot2+ rt22+2 ro,rmcos2~i}/ (1+ra~2 r12+2
rol r~zcos2~i) (EQ. 3} where: ~~~Z~n~d~l7v, (EQ. 4) k d, - layer thickness.
Illuminating the film with mufti-wavelength light, and measuring the
reflectance at each wavelength (~,), will give R as a function of 7v.,
i.e., R(~,). 15 Illuminating a product wafer having a complex (i. e.,
laterally varying) topography with a large spot of mufti-wavelength light
will cause a reflected beam which is a composition of the separate
reflection of each of the thicknesses alone. 



R(~.,d~ , ... ,d"} _ ; (r(i_~~i2+ r;(i+~)2+2 r(,_~ )~ r;(i+1)COS2~i}/
(1+r(,_i),;2 r;(i+~)2+2 r(;_~) p ri(;+, )cos2~,) (EQ. 5) 2o By simple
mathematical operations it is possible to express the reflection
coefficient by: >> _ R(l.dn..d"}= Ei Il Al(1+B Cos( 2~;))J ~Q~ 6) Where 2 2
Z 2 ~~~1' r(-1)a ) (1- r~(r+~) ~(1+ r(i_~)~ r;(i+t) ) 25 Bi 2 r(;_~),,3-;
(i+1~(1+ r(;_~~~Zri(~.~)2) Applying ways of frequency decomposition of the
reflection coefficient can give each of the arguments ((h;) and from
equations 3 & 4 we can determine the laterally varying layer thickness,
assuming that we know the layer refractive index, or the laterally varying
layer refractive index, if we know the layer thickness. 3o There are
several ways to perform the frequency decomposition. Some of them are
suggested below:   2 5 FEB 2003 WO 00/129S8 8 Mathematical decompositions
PCT/1L99/00466 ' 1) The family of orthogonal transform methods, for
example, Fourier transforms 2) The family of methods based on the maximum
likelihood principle 3) The family of methods based on Parametric models 5
4) The family of subspace decomposition methods k (cf. Prabhakar S. Naidu,
Modern Spectrum Analysis of Time Series, CRC Press, 1996) Electrical
decomposition: 1. Filterin~Method 1 o Electrical frequency filters are
widely used in electrical systems. Those filters act as window in the
frequency domain and output the amplitude of the component of the input
signal at the specified frequency of the filter. Passing the reflected
signal (translated into electrical signal) through a set of filters or a
single filter with variable frequency will give the desired decomposition.
15 2. Correlation Method This method is a search of significant correlation
coefficients during a serial or parallel process correlation between the
reflected signals and a set of pure sinusoidal signals. 20 DESCRIPTION OF A
PREFERRED EMBODIMENT FIGS. 3-S schematically illustrate two set-ups which
may be used for measuring the thickness variations of a transparent layer
on a semiconductor substrate in accordance with the present invention. In
this example we describe a set-up of the system mounted on a Photoresist
coating track. One setup is typical to the spinning bowl 25 and the other
is typical to the hot plate. The first set-up includes a spinner system 2,
(FIG. 3a), comprising a spinner chuck 3 for receiving the wafer W, and a
motor 4 having an encoder 5, for rotating the chuck, and the wafer thereon,
while a photoresist applicator 6 (FIG. 4a) dispenses the photoresist
material at the center of the wafer. The wafer W is first rotated at a low
speed as the photoresist material is dispensed at its 



30 center, and then is rotated at a high speed (e. g., 300-5000 rpm) by
electric motor 4, ,. which produces centrifugal forces causing the
photoresist liquid to flow towards the edge of the wafer W. Most of the
photoresist (e.g. about 95%) is spilled off the wafer   .3 5~ FE8 2003 WO
00/12958 9 PCT/IL99/00466 and is collected in a bowl 1 (FIG. 4) to be
drained later, while the adhesion forces between the wafer surface and the
photoresist hold smaller amounts of the photoresist as a coating 8 on the
wafer. As briefly described earlier, the final thickness of the Y.
photoresist coating 8 is produced when a balance is achieved between the
centrifi~gal 5 forces, the adhesion to the surface, and the shear forces
caused by the viscosity of the photoresist liquid. During the spinning
process the solvent contained in the photoresist evaporates and the
viscosity increases. Therefore the final thickness is also a function of
the solvents evaporation rate which is affected by the temperature, air
flow and other environmental conditions. 1 o The second set-up describe the
hot plate used for further drying of the photoresist following the
spin-coating step. In this module the wafer is placed on top a hot plate (9
in FIG. 3b) and left there, for previously set time, for further solvent
evaporation of the solvents contents of the photoresist. The evaporation
causes further reduction of the photoresist thickness. 15 As illustrated in
FIGS. 3-5, the apparatus fiirther includes an illuminating device for
illuminating the photoresist coating 8 with a beam of light of multiple
wavelengths, preferably infi-ared) visible or ultraviolet light, and a
detector for detecting the intensity of the light reflected from the
photoresist coating 8 for each wavelength. As is known in the alt, the
range of wavelengths used should be selected to match the expected lateral
2o variation of the thickness of photoresist ooating 8. The illuminating
device is schematically shown at 10 in FIG. ~. It applies a beam of
muitispectral light in any suitable manner, e.g., via an optical fiber 11,
to an optical head 12 mounted above wafer W to project a beam of light 13
onto the photoresist coating 8 of wafer W as wafer W is rotated. The light
reflected from the 25 photoresist coating 8 is directed in any suitable
manner, e.g., via another optical fiber 14, to a spectrum analyzer I5 for
detecting the intensity of the light reflected from photoresist coating 8
for each wavelength. In order to get information on the thickness or
refi-active index of more then one spot on the wafer, multiple optical
heads 12 can be placed at different locations above 3o the wafers (FIGs. 3b
4b & Sb) . The probe heads are connected to a multiplexes unit 19. This
unit can direct each of the heads separately to the spectnun analyzer I5,
by electromechanically switching between each of the optical fibers.
Similarly, optical fiber   



,~ 5 FED zoa3 WO 00I12958 10 PCTlIL99/00466 11 leads to a light splitter 21
which directs the multispectral light from light source 10 to multiple
optical heads I2. This setup enables data acquisition from different sites
on the wafer. Spectrum analyzer IS is schematically illustrated in FIG. 3
as being of the type 5 including a photodiode array. Such an array includes
a micro-grating that splits the light beam to its spectral components and a
photodiode detector for each wavelength. The outputs of the photodiode
array will be in the form of electrical signals representing the intensity
of the light reflected from the photocoating for each wavelength. The
outputs of spectrum analyzer 15 are fed to a processor 16 which processors
to these outputs according to the basic theory of operation described
above, and displays the outputs on a screen 17. In addition, an output of
processor I6 may also be used for controlling the application of
photoresist coating 8 onto wafer W, as shown by the feedback line 18 from
processor 16 to the motor 4 of the spinner system. e.g. for controlling its
rotational speed to control the centrifugal forces applied to the
photoresist 15 coating. It will be appreciated) however, that the output fi
om processor I 6 could be used for other feed-back controls, e.g., for
controlling the rate of application of the photoresist coating to the wafer
via applicator 6, or the hot plate temperature . As shown schematically in
FIGS. 4 and 5) optical head 12 is mounted, via an arm 20, for movement
along the radial axis, to enable the optical head to be located at 2o any
selected radius of the wafer W under test. During the wafer rotation the
angular position of wafer W is identified by the encoder 5. This, combined
with the radial position, gives the location of the measurement spot on
wafer W. In the second example r - multiple optical heads 12 are mounted on
fixed mounting arms to monitor the thickness or refractive index on the
wafer below the positions where optical heads I2 are located 25 (FIG. Sb).
Preferably, the beam of light I3 is large enough to cover at Least one
complete die of the plurality of dies carried by wafer W, as schematically
shown in FIG. 3. The use of such a beam of light large enough to cover a
complete die, or a multiple thereof, provides a number of advantages. Thus,
it better assures that the combined reflected light detected by detector 15
will not change substantially between measurements, 30 irrespective of the
difference in the exact measurement position. Further, the large spot size
increases the signal collected by the detector and also increases the speed
of detection. Using a large spot size is contrary to the current trends in
layer thickness   .2 5 FEB 203 - WO 00/l2958 PCT/IL99/00466 11 measurement
systems which systems use small spot sizes in order to detect different 



thicknesses. The flow chart of FIG. 6 illustrates one manner of using the
above-described apparatus for measuring the thickness of the photoresist
coating 8 in .ritu at the time of 5 application of the photoresist coating,
and also for controlling the application of the photoresist coating. As
shown in FIG. 6, the wafer W is first loaded on the spinner chuck 3 (block
30). In some of the application a prior knowledge of the thickness of the
sublayer is required and will be measured prior to the PR dispense (block
3I).Photoresist material is dispensed from the applicator 6 at the center
of the wafer 10 (block 32), as the wafer is rotated by the spinner motor 4
(block 33). An initial measurement of the photoresist coating is made
(block 34), and subsequent measurements are periodically made (block 35j,
under the control of the rotazy encoder S of the spinner motor 4. When the
desired thickness is obtained, as determined by processor Z ~, processor 16
terminates the operation of spinner motor 4, via feed-back 15 line 18 (FiG.
3a). 8imilar-procedure can be applied in the case of the hot plate (FIG.
3b) . Processing the reflected signal from the different probe heads gives
the tk~ickness or refractive index information from each measurement sites
on the wafer. Feeding the . information back to the hot plate temperature
controller and to the system timer causes real-time feed back on the
process and can be used as end-point timer for the baking 20 step. FIG. 7
illustrates a simulation of the above-described process when applied to a
wafer coated with a photoresist coating of two thicknesses (d1, d2). FIG. 7
thus illustrates the sum R of the reflectance coefficient R ~ and RZ as a
function of thickness d~ and d2 respectively and the wavelength In this
example d j = 0.95 ~; d2 = i .25p, and f (the 25 ratio of the intensity of
the separated signals) = I: FIG. 8 illustrates the results of applying a
Fourier Transformation to the signal R defining the total reflection. This
Transformation produces a series of Fourier Coefficients for the signal
frequencies, from which the thickness of the transparent film can be
determined for each respective signal frequency. As shown in FIG. 8, the
two ` 3o thicknesses of the photoresist coating produced two peaks, each
representing a principal frequency related to one of the thicknesses. FIG.
9 illustrates a measured reflection signal from another application, in
this   2 5 FEB 2003 WO 00I12958 12 PCT/IL99I00466 measurement a wafer with
pattern of metal lines was covered by an inter-metal dielectric on silicon
dioxide (Oxide) . Two thicknesses of oxide are present within the
measurement spot: 1) oxide on top of the metal lines , with d2=1556 nm, and
oxide on top of previously deposited dielectric of thickness of d,=722 nm
(Fig I 1) . Fig 10 is the 5 signal received after processing by a frequency
decomposition process similar to the one presented in Fig I2 and 13. The
results show the peaks at a frequency related to d2 and d~+ dZ . The flow
chart of FIG. 12 illustrates one manner of analyzing the optical signals in
above-described apparatus for measuring the thickness/refractive index of a
to transparent layer. Prior to the actual measurement the system has to be
set-up (Block 40) and calibrated. The `dark signal' is the background
signal collected in the system without reflected light (Block 41 ). The
collection of the dark current can be done by placing a fully absorbing
plate bellow optical head 12. The dark signal is stored in the computer
memory. The `Reference signal' is the signal collected in the system from a
1 s perfectly reflecting surface (Block 44). This signal can be acquired by
placing a minor or a bare polished silicon wafer below the optical head.
The `Reference signal' is also stored in the computer memory (Block 44).
A11 the steps 41-44 can be done only periodically, as required, and do not
have to be repeated before each measurement. For the actual measurement the
wafer has to be placed on its stage 4 below 20 optical head 12 (Block 45).
The reflected signal is collected in the system (Block 46) and the
reflection coefficient is calculated (Block 47) using R(~.) _
(Signal(,)-Dark(~.))l(Reference(~,}-Dark(.)) Where R(~,) is the reflection
coefficient as a function of the wavelength) Signal(.) is the reflected
signal from the wafer, Reference(k,) is the reference signal 25 stored in
the computer memory and Dark(,) is the background signal stored in the 



computer memory. The signal pre-processing (Block 48) is composed of the
following steps: Filtering the signal from its low frequency components
(Block 48-1 in fig I3). Those frequencies are parasitic. Frequency
decomposition (Block 48-2) is done using the 3o methods mentioned above.
Only selected frequencies are of interest and the fine detailed search is
done within previously selected frequency windows. (Block 48-3) The signal
processing (Block 49) is composed of the following steps: The   2 5 FEB
2003 WO 00/12958 13 PCT/IL99/00466 significant peak frequencies are found
(Block 49-1) and the frequency at its maximum is identified (Block 49-2).
Calculating the refractive index times thickness is performed (Block 49-3)
using equation 4. If the refractive index is previously known then the
exact thickness can be found and if the thickness is previously known then
the refractive index 5 can be found (Block SO) . The results are then sent
to the computer (Block 51 ) to be used by the engineers or a feed back data
to the process. Preferably, the measurements should be taken while the
wafer is spinning at typical speeds of 3000 - 5000 r.p.m. For a light spot
at the edge of a 300 mm diameter wafer, the linear velocity then is about
70 m/sec. The photoresist thiclrness on the wafer io changes gradually
along tenth of mm, therefore an averaged result collected within a
IOmm-20mm arc is sufficient. In order to receive a measurement resolution
of 20 nm~ the measurement time should be about 0.3 millisecond. In order to
achieve the required speed, it is preferably to use a parali~el
spectrometer detector 15. Such a spectrometer splits the 'light to .its
different wavelengths 15 and directs them to the photodiode array, thereby
measuring the intensity of each wavelength in parallel. Adding the detected
signals during several cycles can reduce the speed demand of the
measurement by a factor of 10/30, and can improve the signal / noise ratio.
One of the ways to ensure the collection of the data from the same spot
over several rotations can be to illuminate the wafer with a stroboscopic
light synchronized to 2o the rotation speed and illuminating the wafer
every time the same spot passes under the optical probe. The photoresist
thickness may be changing at a rate of tenths of seconds, allowing enough
margin for multi-cycle signal collection. The rotary encoder 5 of spinner
motor 4 would perform tracking of the wafer angular position. The
above-described method and apparatus may also be used for controlling the
25 removal of a transparent film, e.g., by a reactive gas, by a plasma
process, by mechanical polishing (for example, chemical mechanical
polishing (CMP)), etc. The removal rate of a film can be controlled by
continuously monitoring the thickness of the filin in the manner described
above during the removal process. The above--described method and apparatus
may also be used for controlling the 3o refractive index of a layer such as
low-K dielectric. In applications where the thickness uniformity and
repeatability are well within the expected limits, any change of the
frequency (fn) is a result of change of the refractive index, which in turn
gives valuable 



~ 5 F E B 2003 WO 00/1298 14 information on the layer porosity.
PCT/iL99/00466 One important application of the present invention is to
monitoring the depths of isolation trenches in integrated circuits (IC).
The basic units of ICs are MOS transistors. In a typical IC, large numbers
of , 5 transistors are printed close to each other. The ever increasing
demand for smaller and smaller dies leads IC designers to reduce the gap
between the transistors, which increases the chance of electrical leakage
between the transistors. Special techniques have been developed to improve
the electrical isolation between the transistors. One of these includes the
steps of etching relatively deep 1 o trenches between the transistors and
filling the trenches with silicon dioxide. The process of filling the
trenches includes the steps of depositing a, thick layer of silicon dioxide
on the wafer and polishing and etching the silicon dioxide down to the
surface of the wafer, leaving silicon dioxide only inside the trenches. The
present invention allows the depths of the silicon-dioxide-filled trenches
to ~ 5 be measured at any point in the process subsequent to the deposition
of the silicon dioxide layer, by measuring the thickness of the silicon
dioxide layer at the trenches and away from the trenches. In particular,
the present invention enables accurate control of the removal of the
silicon dioxide down to the Ievei of the trenches and also enables
measurement of the uniformity of the depths of the trenches. 2o Other
applications of the present invention will be apparent, for example, in the
application or removal of inter-metal dielectric layers, applied between
two metal layers s on a senvconductor substrate, or any other transparent
layer, such as poly-imide. The ' invention could also be used in the
application or removal of films on printed circuit boards or flat panel
displays. 25 Further variations, modifications and applications of the
invention will be apparent to those skilled in the art.   ~ 5 FE8 2443 - WO
00/12958 PCT/iL99100d66 15 What is Claimed is: 1. A method of measuring
lateral variations of a property, selected from the group consisting of
thiclrness and refractive index, of a transparent film on a substrate,
comprising the steps of (a) illuminating the film with a beam of light of
multiple wavelengths; (b) detecting the intensity of the light reflected
from the transparent film for each wavelength; (c) producing a signal
defining the variation of the intensity of the detected light as a function
of the wavelength of the detected light; (d) decomposing said signal into
principal frequencies thereof; and (e) determining from said principal
frequencies the lateral variations of the property of the transparent f
lru. 2. The method according to claim I, wherein said flm is a transparent
coating on a semiconductor substrate. 3. The method according to claim 2,
wherein said semiconductor substrate is a die among a plurality of dies
carried on a semiconductor wafer. 4. The method according to claim 3,
wherein said beam of light is Iarge enough to cover at least one complete
die. . S. The method according to any of claims 1-4, wherein the intensity
of the interference pattern of the light reflected from the upper and lower
surfaces of the transparent film is detected for each wavelength. 6. The
method according to any one of claim 1-5, wherein the intensity of 



the light reflected from the transparent film is detected by a spectrum
analyzer having a photodiode detector-for each wavelength.   2 5 F E B 20d
WO 00/1298 16 PC'T/1L99/00466 7. The method according to any one of claims
1-6, wherein the property of the transparent film is measured in situ in
real time with the application of the transparent film to the substrate;
and the property measurement is used to control the application of the
transparent film to the substrate. 8. The method according to any one of
claims 1-7, wherein the  transparent film is a photoresist film applied to
a semiconductor substrate during the processing of the semiconductor
substrate. 9. The method according to any one of claims I-7, wherein the
transparent f Im is an intermetal dielectric layer applied to a
semiconductor substrate between two metal layers to dieIectrically isolate
the two metal layers. I0. The method according to any one of claims 1-b,
wherein the property of the transparent film is measured in situ in real
time with the removal of the transparent film from the substrate, and the
property measurement is used to control the removal of the transparent fihn
from the substrate. 1 I . The method according to any one of claims 8-10,
wherein the property of the transparent film is measured in situ in real
time with the development of the photoresist, and the property measurement
is used to monitor the development rate of the photoresist. 12. The method
of claim l, wherein said wavelengths are selected from the group consisting
of infrared wavelengths, visible wavelengths and ultraviolet wavelengths.
13. The method of claim 1, wherein said decomposing is effected using an
orthogonal transformation method. 14. The method of claim 1, wherein said
decomposing is effected using a maximum likelihood method.   2 ~ FEB 2003
WO 00/12958 17 15. PCTI1L99100466 The method of claim 1, wherein said
decomposing is effected using a method based on a pararnetric model. 16.
'The method of claim 1, wherein said decomposing is effected using a
sub-space frequency decomposition method. 17. The method of claim 1,
wherein said decomposing is effected by steps including: {i) transforming
said signal into an electrical signal, and (ii) filtering said electrical
signal. i 8. The method of claim 17, wherein said filtering is effected
using a narrow pass filter with a variable central frequency_ 19. The
method of claim 17, wherein said filtering is e#fected using a plurality of
narrow pass filters of successively higher central frequencies. Z0.
Apparatus for measuring lateral variations of a property, selected from the
group consisting of thickness and refractive index, of a transparent f hn
on a substrate, comprising: {a) an illuminating device for illuminating the
film with a beam of light of multiple wavelengths; 



(b) a detector for detecting the intensity of the light reflected frown the
transparent film for each wavelength; and (c) a processor for: (i)
producing a signal defining the variation of the intensity of the detected
light as a function of the wavelength of the detected light, (ii)
decomposing said signal into principal frequencies thereof, and (iii)
determining, from said principal frequencies, the lateral variations of the
property of the transparent film.   WO 00I12958 18 2 5 FE9 2003
PCT/IL99/00466 21. The apparatus according to claim 20, wherein said
detector includes a spectrum analyzer for separating the reflected Iight
into its different wavelengths, and a photodiode array including a
photodiode detector for each wavelength. r 22. The apparatus according to
either of claims 20 or 21, wherein said semiconductor substrate is a die
among a plurality of dies carried on a semiconductor r wafer, and said beam
of light is large enough to cover a complete die. 23. The apparatus
according to any one of claims 20-22, wherein said detector detects the
intensity of the interference pattern of the light reflected from the upper
and lower surfaces of the transparent film for each wavelength. a 24. The
apparatus according to any one of claims 20-23, wherein said apparatus
further comprises: (d) a support for supporting said substrate. 25. The
apparatus according to claim 24, wherein said apparatus further comprises:
(e) a rotary drive for rotating said support while the substrate thereon is
illuminated by said illuminating device, and while the intensity of the
reflected light is detected by said detector. 26. The apparatus according
to claim 24, wherein said support is a hot plate. 27. The apparatus as
claimed in any one of claims 20-24, wherein the apparatus further includes
a film applicator for applying said transparent film to the substrate, and
means for controlling said film applicator in real time in response to the
measured thickness of the transparent film. 28. The apparatus according to
claim 27, wherein said coating applicator applies a photoresist film on a
semiconductor substrate.   Z 5 F E B 203 WO 00/l2958 19 PcrnL99~ooass 29.
The method of claim 20, wherein said wavelengths are selected from the
group consisting of infrared wavelengths, visible wavelengths and
ultraviolet wavelengths. 30. The apparatus according to claim 20, wherein
said illuminating device includes: (i) an optical head, and (ii) a
mechanism for moving said optical head to scan the transparent hlrn with
said beam of light. 



31. The apparatus according to claim 20, wherein said illuminating device
includes a plurality of optical heads at fixed positions relative to the
transparent film. 32. In a process for fabricating integrated circuits on a
wafer) where trenches are formed on a surface of the wafer and the surface
then is covered with an oxide layer that fills the trenches, a method of
measuring depths of the trenches, comprising the steps of (a) illuminating
at least a portion of the oxide Layer with a beam of light of multiple
wavelengths; (b) detecting the intensity of the light reflected 6-om the
oxide layer for each wavelength; .. (c) producing a signal defining the
variation of the intensity of the detected light as a function of the
wavelength of the detected light; (d) decomposing said signal into
principal frequencies thereof; and (e) determining the depths of the
trenches from said principal firequencies. 33. The method of measuring
variations of a property, selected from the group consisting of thickness
and refractive index, of a transparent coating on a substrate, according to
any one of claims 1-19, substantially as described with reference to and as
illustrated in the accompanying drawings.   ~2 5 F E 8 2003 wo oanz9ss 20
PCT/IL99/004b6 34. Apparatus for measuring variations of a property,
selected form the group consisting of thickness and refractive index, of a
transparent film on a substrate, according to any one of claims 20-31,
substantially as described with reference to and as illustrated in the
accompanying drawings. i, r 4 .A  e.Auf.A,Y.A?.AS?.A.A.AfC.AlY.AS
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