
This invention relates to a process for the production of composite wood
products. This process comprises a) applying a thixotropic binder
composition to wood particles, and b) molding or compressing the wood
particles treated with the binder to form a composite wood product.
Suitable thixotropic binder compositions comprise a polymethylene
poly(phenyl isocyanate) and a thixotropic agent having a viscosity of less
than 1,000 cps at high shear.    


