
A transdermal delivery system is provided for the
topical application of one or more active agents
contained in one or more polymeric and/or adhesive
carrier layers, proximate to a non-drug containing
polymeric and/or adhesive coating that is applied to
either the transdermal system's backing or release
liner. The transdermal delivery device is manufactured
to optimize drug loading while providing desirable
adhesion to skin or mucosa as well as providing
modulation of the drug delivery and profile. 


