
An aqueous rinse cycle fabric softening composition is
provided containing an esterquat softening compound
which remains physically stable and which is
characterized by a stable viscosity below about 500
cps such that it remains easily pourable over a wide
range of ambient temperatures and for extended periods
of time. 


