
The invention includes methods for forming particle
traps along surfaces of PVD components, and comprises
PVD components having particle traps thereon. The
invention can include utilization of highly soluble
media for bead-blasting and/or can include utilization
of metallic materials as bead-blasting media. 



The invention can also include formation of an insert
along regions of a backing plate where particle traps
are desired, with the insert being of a composition
which has better particle-trapping properties than the
backing plate. 


