WO 2012/010889 PCT/GB2011/051364

Rejection for TFC membranes in DMF/PS solution
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Rejection of TFC membranes in MeOH PS solution
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Rejection of TFC membranes in MeOH/PS solution
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Rejection for TFC membranes in Toluene PS solution
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Rejection for TFC membranes in Ethyl acetate PS solution
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Rejection for TFC membranes in THF/PS solution
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Rejection of TFC membranes in Toluene PS solution
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Rejection for TFC membranes in Ethyl acetate PS solution
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