
19 A POLYCARBONATE RESIN COMPOSITION ABSTRACT To provide a thermoplastic
polycarbonate resin composition which makes it possible to achieve high
compatibility and outstanding low-temperature impact resistance and tensile
elongation. A polycarbonate resin composition containing (A) 5-50 parts by
weight of 5    poly(methyl methacrylate), (B) 70-30 parts by weight of
polycarbonate obtained by melt polymerization of an aromatic dihydroxy
compound and a carbonic acid diester in which the equivalence ratio
(I)/(II) of phenolic end groups (I) and non-phenolic end groups (II) is
1/19 or above, and (C) 1-40 parts by weight of an
impact-resistance-improving agent.    


