
A material and method for making the material for shrink wrapping articles
is disclosed. The material includes an outer shrinkable, stretchable film
which is bonded to an inner layer consisting of a nonwoven fabric. A block
copolymer hot melt adhesive is used to secure the film layer to the
nonwoven fabric layer. The adhesive layer includes an additive which
releases a vapor, such as a vapor corrosion inhibitor, which protects
and/or treats the product wrapped by the material.    


