
An improved target assembly for a deposition chamber wherein the baking
plate which mounts a metal target has a groove for receiving a target
shield. The target shield can be replaced during normal cleaning operations
without replacement of the remainder of the target assembly. The target
shield can be used with targets having tapered edges.    


