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[FIG. 1] 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

[FIG. 2] 
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[FIG. 3] (prior art) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

[FIG. 4] 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

[FIG. 5] 
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Providing a sheet of conductive 

metal  

Modifying a first surface of the sheet of conductive 

metal by at least one of: a mechanical process, an optical 

process, a chemical process and a plasma process to 

create a modified first surface having a three-

dimensional structure with increased surface area   
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