
insulating coating made from a polyamideimide base coating, which
polyamideimide is made of an acid component and a diisocyanate component
containing 10 to 80 % by mole of an aromatic diisocyanate compound of the
formula: [err] [err] or which polyamideimide is made of an diisocyanate
component and an imidodicarboxylic acid that is a reaction product of an
acid component and a diamine component, in which the diamine comonent
contains an aromatic diamine compound of the formula: [err] [err] and/or
the diisocyanate component contains the above aroma- tic diisocyanate
compound in such an amount that a total amount of the aromatic diamine
compound and the diisocyanate compound is from 10 to 80 % by mole based on
the total amount of the whole diamine component and the whole diiso-
cyanate component.    


