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FIGURE 1

FIGURE 2

FIGURE 3

FIGURE 4
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FIGURE 5: LOCATION OF CONCRETE COMPOUNDS IN THE CLASSIFICATIONM OF
COMPOUND MATERIALS
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PC PIC PCC

ccC

B = AGGLUTINANT; F
PC =

= FILL.ING OR LOAD; POROSITY OR INTERSTICES
POLYMERIC CONCRETE

PIC = PORTLAND CONCRETE RECOVERED WITH POLYMERS
PCC =

= PORTLAND CONCRETE WITH POLYMERS SOLUBLE IN WATER
CC = PORTLAND CONCRETE

P =




