
A transportable storage container comprising a box- like cover member 1
having an opened bottom portion, a base member 2 provided under the cover
member so as to mount an expensive heavy article such as a metallic mold
15, and buckles 5 for connecting detachably the cover member 1 and the base
member 2 whereby the metallic mold held in the container is protected from
rusting due to invasion of water; a space for storing is effectively
utilized by stacking a plurality of containers; movement of the container
in which the metallic mold is housed is easy by means of a carrier 3 for
exclusive use; and an easier transportation of the container is obtainable
when it is transported by means of a forklift or is transported on the bed
of a truck.    


