WO 2021/015959

1/7

PCT/US2020/041462

Raw Materials (10)

Mixing (20)

Compounding (30)

100

Injection Molding (40)

‘Water/Solvent Debinding (50)

Thermal Debind (60)

Sintering (70)

l

Fig. 1



WO 2021/01595

PCT/US2020/041462

2/7




WO 2021/015959 PCT/US2020/041462
3/7

W

2 R W
Mag | WD HFW | Spot| Det
10.0 kV | 2000%|9.7 mm |0:14 mm| 5.0 |[ETD untreat

Fig. 2B



WO 2021/015959 PCT/US2020/041462
4/7

HV Mag | WD HF Spot

0.0 kV|2000x|9.9 mm|0.14 mm| 5.0 |[ETD treated

Fig. 2C



WO 2021/015959 PCT/US2020/041462
5/7

ai Fibar Pawder




WO 2021/015959
6/7

202

200

Fig. 3A

SRR 3
TR R

.

SN PN ¥ N & aaten & " 2
T ——_—

Fig. 3C

204

PCT/US2020/041462

202

Fig. 3B



WO 2021/015959 PCT/US2020/041462
7/7

Fig. 4A



