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ABSTRACT 

COATED BODY 

The present invention addresses the problem of providing a 

coated body which has excellent weather resistance, wear 

resistance and adherability. The present invention is a coated 

body which is provided with a base and a coating film that is 

arranged on the surface of the base, and which is 

characterized in that: the coating film is formed from a 

coating material composition that contains at least a 

fluororesin and a resin other than the fluororesin; if the 

ratio of fluorine atoms in the total mass of fluorine atoms 

and carbon atoms in the surface of the coating film is defined 

as a first fluorine concentration (mass%), the first fluorine 

concentration is 30-50 mass%; and if the film thickness of the 

coating film is defined as T (pm) and the ratio of fluorine 

atoms in the total mass of fluorine atoms and carbon atoms at 

a depth of T/2 (pm) from the surface of the coating film is 

defined as a second fluorine concentration (mass%), the mass 

ratio of the second fluorine concentration (A) to the first 

fluorine concentration (B), namely A/B is from 13/87 to 49/51. 


