
Method for preparing a concrete mortar which contains a fraction of
inorganic grains having a diameter < 500 [err], wherein the fraction
containing the inorganic grains is added in the form of a granular material
which contains the inorganic grains which, with the aid of a water-soluble
polymer, are bound so as to form the granular material. As a result, a
homogeneous mortar is obtained.    


