
A process for producing a color filter which comprises forming on a
substrate a photosensitive resin thin film having such a dyeability that
after a photo- 5 sensitive resin thin film of 0.6 [err] in thickness is
immersed in a 4% aqueous solution of a dye with a molecular weight of 1000
or more at a room temperature for 15 minutes, or after a photosensitive
resin thin film with the same thickness as above is immersed in a 10 0.2%
aqueous solution of a dye with a molecular weight of 1000 or more at [err]
for 10 minutes, the trans- mittance of the thin film at the wavelength of
maximum absorption of the dye is 5% or less; curing the thin film by
irradiation with energy rays; and then spouting 15 dye solutions onto
predetermined areas of the cured film layer by an ink-jet technique to form
a desired colored pattern.    


