
ABSTRACT A master information carrier with excellent durability is
provided, for the use of static and areal lump-sum recording of digital
information signals on magnetic recording medium. The master information
carrier comprises a nonmagnetic substrate on which a ferromagnetic film is
disposed with an embossed pattern Protrusions of the embossed pattern
correspond to a disposition of the digital information signals. Recessed
portions of the embossed pattern of the ferromagnetic film are filled with
non-magnetic solid material. Alternately, A non-magnetic substrate has an
embossed pattern and recessed portions of the embossed pattern correspond
to a disposition of the digital information signals. A ferromagnetic film
is filled in the recessed portions of the embossed pattern. 


