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ABSTRACT 

  An etching method is provided.  In the etching 

method, a temperature of a chiller configured to cool a 

pedestal is controlled so as to become -20 degrees C or 

lower.  Plasma is generated from a hydrogen-containing 5 

gas and a fluoride-containing gas supplied from a gas 

supply source by supplying first high frequency power 

having a first frequency supplied to the pedestal from 

a first high frequency power source.  A silicon oxide film 

deposited on a substrate placed on the pedestal is etched 10 

by the generated plasma.  Second high frequency power 

having a second frequency lower than the first frequency 

of the first high frequency power is supplied to the 

pedestal from a second high frequency power source in a 

static eliminating process after the step of etching the 15 

silicon oxide film. 
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