monomer

C2—

9

macroinitiator

C1+

9

1/3

a1 \

FIG.1

C3—

C4A—




2/3

Block copolymer Annealing Thickness | Period photos
(nm) Lo (nm)
T°(C) | Time (min)
C35 220 |2 19 30
C35 1DPE 220 |2 20 36
C35 10DPE 210 |2 44 >40
C50 250 |2 25 41
C50 10DPE | 225 |2 18 >50
230 |2 23 >50
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