
A method of doping at least one element in an array of
elements on a substrate is disclosed. The method
comprises providing at least one microfluidic channel
passing from a first location external of the at least
one element to a second location in fiuidic
communication with the at least one element. A dopant
fluid is passed through the at least one microfluidic
channel to the at least one element for doping the at
least one element. A corresponding apparatus is also
disclosed. 


