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absorbent panel including fibers (27) containing hydrophilic fibers by 80 ~
100 o by weight and  superabsorbent polymer particles (28) contains
heat-fusible  fibers which are fused to intertwine the fibers and thereby
to form a three-dimensional network structure wherein the 10 high
absorption polymer particles (28) are held between  respective pairs of the
adjacent fibers or bonded to the  fibers by means of binder, and thereby
falling off of the  polymer particles can be prevented and the absorption
efficiency can be improved. 15 Refer to Fig. 3  


