
METHOD OF AND APPARATUS FOR MANUFACTURING CATHODE-RAY TUBE
ABSTRACT OF THE DISCLOSURE               After a phosphor layer is formed
on an inner sur-  face of a facepanel, panel pins which support color
selec-  tion electrodes on the inner surface of the facepanel are  cleaned
immediately before the facepanel is sealed to a  cathode-ray tube funnel.
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