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POLISHING PAD 

ABSTRACT 

A polishing pad for chemical mechanical polishing 

5 includes at least a polishing layer whose polishing surface 

includes a first groove and a second groove, the first and 

second grooves have side surfaces, which are continuous 

with the polishing surface, on each edge in a groove width 

direction, the first groove has an angle of larger than 105 

10 degrees and 150 degrees or smaller, which is formed between 

the polishing surface and the side surface continuous with 

the polishing surface, on at least one edge in the groove 

width direction, and the second groove has an angle of 60 

degrees or larger and 105 degrees or smaller, which is 

15 formed between the polishing surface and the side surface 

continuous with the polishing surface, on both of two edges 

in the groove width direction. 
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