
Concentrates for lubricating oil compositions are prepared by mixing at
elevated temperature; (i) at least one high molecular weight ashless
dispersant; (ii) at least one oil-soluble overbased metal detergent; and
(iii) at least one other concentrate additive provided that the additive is
first mixed with the detergent or the dispersant.    


