
A method for manufacturing products, wherein a mass, comprising at least
natural polymers such as starch, is brought into or through a mold and the
mass in the mold is heated, such that this involves at least cross-linkage
of the natural polymers, while of at least one first part of the product,
the material composition is influenced such that the material properties of
the relevant first part deviate from the material properties of parts
adjoining said part.    


