
Liquid coating compositions are disclosed that include (a) at least one
film forming resin, (b) at least one flatting agent, and (c) at least one
compound formed from a polyfunctional isocyanurate. Also disclosed are
methods for coating a substrate with such compositions, multi-layer
composite coatings wherein at least one layer is deposited from such
compositions, and substrates at least partially coasted with such
compositions. Methods for enhancing the flatting capabilities of at least
one flatting agent in a liquid coating composition are also disclosed. 


