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ABSTRACT 

The present invention relates to a polishing slurry composition for an STI 

process, the polishing slurry composition comprising: a polishing solution including 

polishing particles; and an additive solution containing a nitride film polishing barrier 

inclusive of a polymer having an amide bond. 

 


