
A sputtering station for depositing a thin film on a
substrate includes a cathode comprising two targets
placed opposite each other defining a plasma region,
permanent magnets or coils to generate a magnetic
field, yokes to direct the magnetic field and two
independent power supplies connected to each target to
independently control the energy to each target. 


