
The present invention provides an ion exchange membrane having a porous
poly- meric support grafted with an organic moi- ety to which is covalently
bonded at least one ion exchange group, and methods for preparing the ion
exchange membrane. A method for treating a fluid containing ions wherein
ions are removed by contacting the fluid with an ion exchange membrane of
the present invention is also provided. In ad- dition, the present
invention provides a fil- tration apparatus for removing ions from a fluid,
which filtration apparatus utilizes an ion exchange membrane of the present
in- vention.    


