
Thermoplastic compositions comprising blends of poly(phenylene ether)
resins and polyamide resins with a melt strength enhancing amount of a
multi-valent metal salt are described herein. The compositions may further
comprise at least one flow promoter, impact modifier and/or at least one
reinforcing filler.    


