


A star-branched polymer comprising a core portion and polymeric arms. The
core portion is obtained by anionic polymerization of at least one
unsaturated acrylate or methacrylate ester of a polyol  and the polymeric
arms are obtained by anionic polymerization of at leat one acrylic or
methacrylic monomer.    


