
ABSTRACT  MAGNETIC RECORDING MEDIUM, THE METHOD OF MANUFACTURING THE SAME,
AND THE MAGNETIC STORAGE USING THE MAGNETIC RECORDING MEDIUM         The
magnetic recording medium according to the invention includes a plastic
substrate 1 and an undercoating layer 2 on the plastic substrate 1, and the
undercoating layer 2 is provided with a columnar structure, which prevents
water (moisture) between the plastic substrate 1 and the undercoating layer
2 from aggregating and, therefore, film inflation from causing. Selected
Drawing Fig. 1  


