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Provide a cellulosic material characterized by one or more members
selected from the group consisting of: {i} at least a portion of the cellylosic
material is dedignified, {ii} at least a portion of crystal structure of the
ceflulosic material s maintained, and {ili} the cellulosic material comprises
a plurality of pores.
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Provide a binder material comprising lime, wherein the lime comprisas
catcium oxide or calcium hydroxide,
-
530

Mix the celliidosic material and the binder material, to generate the
composite material,
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