WO 2018/164658

———
™

PCT/US2017/020880

112

FIG. 1

[ Electron Donor4  Donor C H,: 3.0 psi; 117
L2} =e - -
ES - 118
5 10 , i |
A o Amorphous Fraction - 116 3
& ® Elution Temperature at the ; 3
s Maxi lline Peal x
iL 8 aximum Crystalline Peak d11a B
@ (Tet ma ) =
3 nax [
o e
g— 6 L aeeemmmmmmmmT © 143
S O - 0”7 ;
£ -
< 4L ° -+ 112
i X i ) i L | i ] 4 “§'§
0 20 40 60 80 100

Al/Si



WO 2018/164658 PCT/US2017/020880

2/2

FIG. 2

©

)

w
1

Electron Donor4  DonorC  H,: 3.0 psi

— Al/SI 7.5
-~~~ Al/SI 15
e AYSH 40
e AISE 100

<

)

S
i

<
ey
(€31
i
ot ettt

©

-

Lo
i

Concentration (mg/mL)

0.05 ..
0.00 .
l i I i ‘ i I 1 ‘ L l 4
20 40 80 80 100 120

Elution Temperature (°C)



