
ABSTRACT METHOD OF MANUFACTURING A MAGNETIC RECORDING
MEDIUM  To accomplish the above object, the invention
provides a  method of manufacturing a magnetic
recording method comprising at  least an underlayer, a
magnetic layer, a protective layer, and a liquid
lubricant layer sequentially laminated on a substrate,
in which a process of forming the liquid lubricant
layer comprises a step of  forming a thick film liquid
lubricant layer by coating a liquid  lubricant diluted
with a solvent on the protective layer to a thickness
of at least a surface roughness, a step of adhesion of
the liquid  lubricant onto the protective layer by
pressing a slidable member against the surface of the
liquid lubricant layer while rotating the  medium, and
a step of diminishing the thickness of the liquid
lubricant layer by ejecting a solvent that can
dissolve the liquid  lubricant to the medium surface.


